N 4790
E 4778
ELEV. 10’

COURSE N55wMAG, ___  _ ____©

AV. ANGLE 60°
DEPTH 300’
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DRILLED

NOV.5 - 11,1940
$T. JOSEPH LEAD CO.

K&ECO, HY.

I \-ORE MINERAL.

ANGLE OF HOLE
AT 0' 60°
AT 300' 63°

CORE SAMPLES
ASSAY%
Zn. |Gu. | Pb.

131.2[136.2 | 5.3 0.7 | 0.6
1362(139.2| 6.6 [0.6 | 0.0

154.2/157.2 | 0.6/0.0]0.0

o.|From| To REC.

157.2(161,0 [I7.8 | 1.5 |O.1
161.0/164.8/29.0/ 1.5 | 0.4
1648(169.3 | 5.1 |0.4|0.0

169.3/174.0|10.9 1.1 |0.0
20 [192.8{197.81{11.8 1.0 |0.9
34 (197.8{202.8{3.7 |0.2 | 0.1
35 |2028|207.8|2.7 ]0.2 |0.0
| 36 |207.8]212.8 |55 10.4 0.0
37 |l2128l217.813.9 (0.2 |0.0
38 [217.8[220.9{6.4 [0.7 |0.2

LOGGED BY: W.H. NEWHOUSE US.G.S.
S.B.LEVIN U.S.B.M

U. S. DEPARTMENT OF THE INTERIOR
BUREAU OF MINES

CAPE ROSIER MINE
HARBORSIDE , MAINE
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