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TABLE 4. - Analyses of diamond-drill cores, Littleton Ri~e deposit (Con.) 

Diamond-drill hole 68 
Combined core and 

Sample Core assay, sludge assays, 
Footage interval percent percent 

From- To- feet Mn Fe Mn Fe Remarks and lithologv 

o.o 30.0 Overburden. 
30.0 8o.5 Gray-blue, calcareous slate. 
80.5 87.0 Graywacke. 
87.0 134.o Gray-blue calcareous slate. 

134.o 144.o 10.0 o.4o 4.12 Gray-blue calcareous slate. 
Core recovery, 80.0 percent. 

144.o 150.0 6.o 5.44 10.17 Green slate, with interbeds 
150.0 152.0 2.0 4.40 9.85 of green, laminated carbon"' 
152.0 154.o 2.0 4.o8 6.86 ate rock. 
154.o i6o.o 6.o 4.o8 11.95 

Total 16.o 4.63 l0.38 Core recovery, 78.1 percent. 

16o.o i69.o 9.0 2. ClCl 7.43 Green slate, with interbeds o 
169.0 180.0 11.0 0.92 5.49 green, laminated carbonate 

f 

rock. 
180.0 190.0 10.0 2.96 8.48 Green slate with hematitic 
190.0 193.0 3.0 1.68 4.52 interbeds, in part recrysta 1-

lized to magnetite. 
Total 33.0 2.14 6.84 Core recovery, 97.6 percent. 

193.0 194.o 1.5 5.28 12.11 Green slate, with hematitic 
194.5 200.0 5.5 3.56 6.14 interbeds in part recrystal 
200.0 206.0 6.o 7.12 15.02 lized to magnetite. 
206.0 210.0 4.o 3.52 8.64 
210.0 220.0 10.0 4.76 11.30 
220.0 228.0 8.o 5.6o 12.92 
228.0 230.0 2.0 8.68 15.50 
230.0 240.0 10.0 8.36 15.02 Green slate, interbedded 
240.0 250.0 10.0 4.16 12.6o with recrystallized, lamin-
250.0 252.5 2.5 8.44 11.38 ated, magnetite-rich car-
252.5 260.0 7.5 9.44 26.81 bonate rock. 
260.0 264.o 4.o 8.12 20.67 Do. 
264.o 273.5 9.5 11.32 29.23 Do. 
273.5 28o.o 6.5 6.08 16.23 Do. 
28o.o 290.0 10.0 6.16 21.72 Do, 
290.0 294.o 4.o 8.52 17.6o Do. 
294.o 301.0 7.0 5.00 12.92 Do. 
301.0 303.5 2.5 8.16 14.13 Do. 
303.5 311.0 7.5 6.68 12.27 Do. 

Total 118.0 6.71 16.11 Core recovery, 93.9 percent. 

311.0 1320.0 9.0 1.00 7. 59 Green slate. 
320.0 426.0 Do. 
Total core 

sampled 177.0 Core recovery, 96.7 percent. 


