J. Chisholm

: V.S Commings Inc. T. Williamson

LITHOLOGIC _LOG

Project ____CAUCOMGOMOC __ Hole no. cc=26_ Dip__60° ___ Started 8/23/78 Elev____
408s -
Job no. __255 _ Township T7-R14/15 _ Coord, 852W Direction > " Complered _9/13/78
Lithotype Lithotype
o' EEE— <00’ —
10" Overburden
50 4 Grey and Green Mafic Tuff €50’
78’
Siliceous Fragmental (Welded ,
100" - Agglomerate) 800" 1
11
Sericitized Dacite (tuff?)
149’-1 550" 4
157" Calcareous Shale
167" Occassionally Brecciated Dacite
Rhyolite Breccia
150 T p
alcareous Shale .
25%8{:' E. \grey Rhyolite
{?alcareous Shale
Rhyolite Breccia
250" - &s50 ' 4
256"
Calcareous Shale
287" -
300" A Bottom of hole 700" A
350" A 750' 4
00" 800’ -



J.S. Cummings Inc.

SULPHIDE LOG
Project CAUCOMGOMOC - Mole no. CC=26__ Dip _60° Started 8/23/ 78 Eley.
4088
Jobno. 255 Township T7-R14/15 Coord. 852W Direction Completed 9/ 13/78
FROM 70 INTERVAL EST % SULPHIDES EST METAL (Cu, Pb, Zn) ALTERATION
10 157" 147' 1%
98" 108"’ 20" 0.8% Zn, 0.1% Cu
157' | 167" 10" 2-5% 1.0% Zn
167" 177! 10’ 1-2%
175" 186" 11’ 9% 0.4% Zn
187" 287" 100" 1%




DDH CC-26 - (Assays for Portion of Hole)

‘.

DEPTH (FEET)

FROM COLLAR % In 7 Cu 7% Pb
78 88 Trace 0.006 None
88 98 None None None
98 108 0.80  0.144 0.7

108 118 None None None

118 138 0.1

138 157 Trace

157 167 1.0 0.037 Trace

175 186 0.4 0.018 None

235 245 Trace 0.012 None

0z/Ag 0z/Au S
None Trace
None None
0.1 None
0.2 None

0.84
None None
0.2 None 4.70
None None



