E. Skeffington
T. Williamson
J.S Cummings Inc.

LITHOLOGIC LOG

Project Caucomgomoc Hole no. cc-41  Dip _-60° Storted 11/2/79 Elev.
1400N
Job no. 25> Township T7-R15 Coord. B_700W__ Direction N6°W__ Completed 11/7/79
Lithotype Lithotype
o' _— <00’ -
Overburden
101
Dacite Tuff
Grey-grey-green, fine grained
so' 4 magsive to laminated, locally g, ¢
calcareous
1ORy2 ] s00’ 1
Rhyolite and Rhyolite Tuff
Grey, fine grained, massive to
fragmented to laminated
(laminae very steep, i.e. low ,
4 ; s50' 4
‘angles to core long axis)
Locally weakly calcareous
220" o soco’ -
216"
Bottom
250" A 650" -
00" A 700" 4
550 750" 1
<00’ 800" -



J.S. Cummings Inc.
E. Skeffington

SULPHIDE LOG T. Williamson
Project Caucomgomoc ... Hole no. cc-41  Dip _-60° Srarted 11/2/79 Elev.
1400N
Jobno. _255  Township T7-R15 Coord. B 7004 ___ Direction N6°W__ Completed _11/ 7/79
FROM 70 INTERVAL EST % SULPHIDES EST METAL {Cu, Pb, Zn) ‘
0 35! 35! =17
35 102’ 67" PAVA
102 105" 3' 57 - 10% 359 oalena — also chalcopyrite~sphalerit
105 117’ 12 +27 Sphalerite, chalco, galepna, pyrite
117! 136" 19' <17
136' 156" 20" 4 2% Galena, sphalerite, pyrite
156 166" 10 <17
166 176" 10’ + 17 Pyrite
176 186" 10’ t 1y Pyrite, sphalerite and galena
186 196" 10’ + 57 - 10% Sphal. est*5-7% or 3.0-4.2% zinc
196 206! 10" Y o9 _ 5y ] - 27 sphalerite or +6 - 1.2% zinc
206 216" 10" + 99 #1% sphalerite or %.6% zinc

216" Bottom




DDH CC-Yl- (Assays for Portion of Hole)

DEPTH (FEET)
FROM COLLAR % In % Cu 7 Pb
92 102 None
102 105 0.50 0.15
105 115 0.50
115 117 0.30
117 126 Trace
126 136 0.05
176 - 186 Trace
186 196 1.u45 Trace
196 206 0.80 None
206 2167 0.20
Bottom of Hole: 216!

0z/Ag

0z/Au

S

0.42
2.57
0.80
0.93
0.25
1.67

0.28
4.10
2.54
0.65



