J.S Cummings Inc.
LITHOLOGIC LOG

Project Caucomgomoc
1000N
Job no. _235 _ Township T7-R15 Coord. 1100E B Drrection
Lithotype
o' _— <00’
Overburden
104
Mafic Tuff

Green, fine grained, intermixed with
red shale from 20' ~ 30'

=0 A Locally fragmental, also a few «50° 4
blebs and stringers of red chert
Thinly laminated

100" 4 s00' 4

1
1375 Basalt Tuff - Reddish-green (maroon)

B-4 §%8ep%ra1ned loc%llyf%géﬁgﬁggus with

15249 eces and mafic 550" 4
Mafic Tuff
Green, fine grained
B-4 Locally agglomeritic or gritty,
, also contains bright maroon, several,
220" 1 inches to 1' thick, soft hematite and
. a few stringers of hematite
2204
Cc-2
Siliceous Agglomerate . T
250" A 650 "' -

Grey to black, fine grained

(first 4' calcareous agglomerate)
(from 272' - 278" black fine grained
& rhyolite with fragments of rhyolite
and quartz and black sections are

¢-3 heavy sericite
300" o 700" -
302°7 Bottom
350 750" 1

I3

E. Skeffington
T. Williamson

Hole no. cc—43 Oip _ Nerrical Storted 11/12/79 Elev.

Completed 11/13/79

Lithotype

Siliceous Agglomerate
Grey-green, medium grained,
Fragment size 1/16" - 1"
Fragments composed of rhyolit
quartz, dacite, hematitic
chert, last 4-6' turning more
green and C~3 type



J.S Cummings Inc.

E. Skeffington

SULPHIDE LOG T. Williamson
Project Caucomgomoc _ Hole no. CC-43  pjp _Vertical Strted 11/12/79 Elev.
1000N
Jobno. 255 _ Township T7-R15 Coord. B 1100E  Djrection Completed 11/13/79
FROM 70 INTERVAL EST. % SULPHIDES EST METAL (Cu, Pb, Zn) | T
10 35 25" <17 .
35 65" 30" t1% Fine gr. dis. py. spec. thin bands .€/4").
65 134" 69' 427 Fine grained dis. py, and blebs
134 156" 22! <17 Fine grained dis. py .
156 196" 40! t17 Fine gr. dis. py, pos. sul clasts @187'<4
196 240" 44" <17 Pyrite
240 2571 17! <17 Pyrite, specks of galena - nil zinc
257 265" 8! 429 - 5% Pyrite, galena, sphalerite, chalcopyrite
265 280" 15" +27% Pyrite, galena specks
280 289" 9! 417 Pyrite, sphalerite, galena
289 292" 3! 2107 - 15% Pyrite, trace chalcopyrite
292 302' 10' <17 Pyrite
302’ Bottom




679?5210 qumnanézgm, ufg;z

( DDH CC-43- (Assays for Portion of Hole)

DEPTH (FEET)

FROM COLLAR % Zn % Cu % Pb 0z/Ag 0z/Au S
200 - 210 None None 0.54
230 - 240 None None ' 0.26
2u40 - 250 0.10 : 0.67
250 -~ 257 0.15 Trace 1.50
257 - 265 0.50 Trace . 1,93
265 -~ 275 0.10 None 0.91
275 - 280 0.05 None - '1.36
280 - 289 Trace None 0.80
289 - 292 1.90 0.10 9.21
292 - 302 0.10 Trace ‘ 1.66

Bottom of Hole: 302!



