TABLE 5 ~ Analyses of diamond drill cores

Diamond Drill Hole Ll

Sample ‘ Combined Core and
Footage ‘Interval Core Assay,? Sludge Assay,% Remarks and Lithology
From= To= Feet Mn Fe Mn Fe . (See Explanation, Fig. 3)
0.0 Te5 Overburden
T+5 260.0 : Gray=-green slate
260.0 27545 15.5 1.12 Le50 Gray-green slate
Total 15.5 1.12 he50 Core recovery = 31,0%
275.5 280.0 Le5 8496 148 Bottom of gray-green slate @ 275.,5 fte
280,0 '290.0 10,0 552 9433 Man gani.f erous
290,0 300.5  10.5 8456  1h400 parple ad
30005 310,0 905 5e52 10,9 red slate
310,0 320.0  10.0 ool 11474 (Partially recrystallized)
320,0 33040 10,0 3.64  8.03 @ 35! contact between above and
330,0 340.,0 10.0 5.88 16,09 undifferentiated managaniferous
30,0 350,0 10,0 6,60 13,52 banded magnetite-chlorite rock
350.0 360.0 10,0 7.68  11.88 and interbedded magnetite slate
360,0 370.0 10,0 948  1h.32 and dark green chloritic slate
~370,0 3800 1040 he96  1h.87
38040 39040 1040 10.32  19.18
390,0 L4000 10,0 9.l 21.32
1000, 410.0 10,0 5.8l 19,15
1100 420,00  10.0 6408 15,69
L20.0 43040 10.0 .40 11.97
Total 1545 6e7h  1ha17 Core recovery = 97.8%
43040 Llo.0 10,0 10,48  16.71 Undifferentiated manganiferous
Lh0o0 L5040 10,0 11.00 19.60 rocks as above but with more
1500 1600 10,0 10,16 22,42 banded magnetite-chlorite rock
Total- 30.0 10455 19,58 Core recovery - 95,0%
4j60.0 470.0 10,0 7.80 18,48 Undifferentiated manganiferous
470.0 }80.0 10.0 7.68 14,38 banded magnetite~chlarite rock
180.0 490.0 10.0 7412  18.32 and interbedded magnetite
L9040 500.0 10,0 9.20 21,53 slate and dark green chlorite
500,0 51040 1040 5.96 13.98 slate
510.0 520,0 10,0 6.88 12,86
5D 40 52645 645 8.8l 15,99 Top of green slate @ 526,5 ft.
Total 6645 7.58 16,53 Core recovery - 98.6%
52645 53040 345 2,56 7.55 Green
530,0 540,0 10.0 92 L.98 slate
Total 13.5 1.35 5e65 Core recovery - 98.6%
Green slate
54040 610,0 Fault @ 57l
i Core recovery - 51.8%
610,0 618.5 8.5 1,00 6.42 Green slate
618.5 630.0 11.5 9,20 16423 Man ganiferous hema’c;itic slate and
630,0 64040 10.0 . W68 15.91 green slates Recrystallized to
6400 650.0 10,0 9092  21.93 magnetite-chlorite rock from
6500 66040 10.0 8412 20,08 651:5-661,5' and 668-697,51,
66040 67040 10,0 940 18,64 This sequence is believed to be
670.0 680,0 1040 S.56  15.59 a lens within the green slate
680.0 69040 10,0 8.12. 15,35 o
690.0 697.5 7¢5 8,00 21,20
Total 7940 8402  17.98 Core recovery = 99,0%
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TABLE 5 - Analyses of diamond drill cores

Diamond Drill Hole hli(conttd.)

Sample Combined Core and
Footage Interval Core Assay,? Sludge Assay,% Remarks and Lithology
From= To= Feet n Fe Mn Fe (See Explanation, Fige 3)
Core recovery - 97.,6%
697.5 710.0 12.5 2432 7423 Grean slate
710.0 733.5 Green slate
Total Core
Sampled 380.0 Core recovery - 94.2%
Diamond Drill Hole 45
Sample Combined Core and
Footage Interval Core Assay,% Sludge Assay,% Remarks and Lithology
From= To= Feet Mn Fa Mn Fe (See Explanation, Fig. 3)
0.0 L0.0 Gray-green slate
koo 50,0 10,0 08 heS5 Bottom of gray-green
50,0 6040 10.0 L0 3425 slate @ 81.0 ft.
60.0 70,0 1040 A7 L.06 Manganiferous
70,0 61.0  1L.0 2.23  7.63
81.0 90.0 940 1.12 6498 parple and
50,0 10040 1040 0.92 6401
1000 110,0 . 10.0 143 be22 red slate
Tobal 7040 1,02 5e25 Core recovery - 91¢9%
110,0 120.0 10,0 1165 178
120,0 130.0 10.0 1.52 5.52
130.0 140.0 10.0 6.0 6498
140,0 150.0 10,0 6439 15427 Mangzani ferous
150,0 160.,0 10,0 7.08 13,6k
160.0 170.0  10.0 5.67 9474 purple
170.0 180.0 10,0 5412 8.36
180.0 190.0 10,0 5.95 9426 and
150.0 200.0 10.0 1.92 6.33
200,0 210.0 10.0 8,48 13497 red slate -
210.,0 220.0 10,0 he28 8,0l
220.0 23040 10.0 2,16 5.85
230.0 240,0 10,0 8.88  1h.29
2l0.6 243.7 347 2.56 6,09 Top of manganiferous banded hematite @ 23,7 Lt
Total 133.7 5,71 10,04 Core recovery - 99.6%
243.7 25040 643 13.0k  16.24 Hanganiferous
25040 260.0 10.0 10,04 25,09
20,0 270,0 10,0 9.4 15,10 banded
270.,0 280.0 10,0 12,20 21,27
280,0 290,0 10,0 8400 18,8} hematite
29040 300.0 10,0 14,80 16,56
Total 5643 11.dh 19,02 Core recovery - 98.2%
300.0 30L.O 1,0 7.60 2)4,36 Bottom of manganiferous banded hematite @ 30L.5 ft.
30440 308.3 53 551 8.85 Manganiferous interbedded hematitic and
green slate - Failt @ 30843 ft.
Total 8.3 6452 16432 Core recovery - %.4%
30843 309.2 049 0.6  1l.61 Gray-
309.2 320,0 10.8 «60 L1050 green
320.0 33040 100 o719 3486 slate
Total 21.7 0469 L4+09 Core recovery = 97+7%
33040 352.0 Gray-green slate ~ Fault @ 34040 ft.
Total Care
Sampled 29040 Core recovery = 97.2%
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