TABLE 5 -~ Analyses of diamond drill cores

Diamond Drill Hole 51

Sample Combined Core and
Foot age Interval Core Assay,% Sludge Assay,% Remarks and Lithology
From- To~ Feet Mn Fe Mn Fe (See Explanation, Fig, 3)

0.0 75,0 Green slate

75.0 80,0 5.0 0.8L  6.1L Grean

80,0 90,0 10,0 83 6.11 slate

90.0 99,5 945 1.60  6.52 Contact @ 99,5
Tobal 248 113 6.34 Care recovery - 100.0%

99.5 110.0 10.5 Lhe31 18,50 Manganiferous interbedded
110.0 113.0 3.0 L5 18.% hematitic and green slate
Potal 13.5 L5 18.59 Core recovery - 100,04
113.0 120.,0 740 12,23 21,32 Mangani ferous
12040 130.0 1040 11.51 2l.5) banded
1300 10,0 10.0 92l 25,42 henatite
140.0 15.0  10.0 12,08 26,95
Tot al 3740 11,18 2482 Core recovery - 97,65
150.,0 159,0 940 8.67  20.11 Manganiferous interbedded
159,0 166.0 7.0 L.o7 7.88 hematitic and green slate
16640 170.0 L0 5.28 7408 Contact @ 166,01
Total 20,0 6,38 13,22 Core recovery - 98,5%

170.0 180,0 10.0 2415 5.31 Above manganiferous rocks comprise a
180.,0 190.0 10,0 96 5.87 &gréglixshgggen slate

Total 2040 155 5,59 Core recovery - 97.5%

190.0 216,0 Oreen glate

Total Core

Sampled 115,0 Core recovery - 98.5¢
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