TABIE 5 - Analyses of diamond drill cores

Diamond Drill Hole 9(cont!d.)

Sanple Combined Core and
Footage  Interval  Core Assay,% 8ludge Assay, % Remarks and Lithology

From= To- Feet Mn Fe Mn Fe (See Explanation, Fig. 3)

217,0 220.,0 3.0 7.28 21.92 Man gani ferous

220,0 230.,0 10,0 5456 17460 interbedded

230.0 240,00 10.0 7467 8.96 hematitic and

20,0  245.,0 5.0 10.48 22,08 green slate

Total 28,0 7.38  15.78 Core recovery - 99.6%

25,0 25040 5.0 151 6,16 Top of green slate @ 245.0 ft.

250.0 260,0 10,0 o72  SJlh Green slate

260,0 269.0 9.0 92 5460

Total 2140 0.96 5465 Care recovery - 96.7%

Total Core

Sampled 26145 Gore recovery - 98.9%

Diamond Drill Hole 10
Sanple Combined Core and
Footage Interval Core Assay,% Sludge Assay, % Remarks and Lithology
From- To= Feet Mn Fe Mn Fe (See Ixplanation, Fig. 3)
0.0 3.0 Overbarden
3,0 10.0 740 Le20  30.61 Manganiferous interbedded hematitic

16,0 20,0 10.0 L1.31 18,28 and green slate from 3t ~ 56,8!

20,0 30.0 10,0 60 23,12

300 10,0 10.0 5.0 26,98 Manganiferous purple and red slate

10.0 5040 10,0 8.39 19.33 from 56,8t - 63!

50,0 60,0 10.0 12,510 17.2h

60.0 6340 3,0 10.56  14.82 : Manganiferous interbedded hematitic

63.0  70.0 740 S.87 22,07 8.16 19.89 and green slate from 63! - 89,7!

70,0 80,0 10,0 412 10471

8040  89.7 97 8,75  20.U46 Fault contacts @ 56.8!, 63!, 89.7!
Total 8647 6,88 20422 Core recovery - 96.3%

89,7 10040 10.3 1040 26498 Mangani ferous

100.,0 110.0 10.0 11.28 2L.00

110,0 1200 10.0 8.27 23,52 banded

120.0 13040 10,0 9.12 25,61

130.0 14040 10,0 13,03  19.65 hematite

1400 1500 1040 13.75 2L.43

Total 6043 10.98 23455 Core recovery - 99.8%

150.0 160,0 10,0 7.68  31.82 Bottom of manganiferous banded
160.0 17?‘.0 12.0 1°h§ 2?.90 hematite @ 17449

170.0  17Le9 9 17.3 15.30

17k 200.0 5.l h.ae 23.0l Hanganferous interbedded
180.,0 190.0 10,0 W19 13,37

190.0 200.0 100  10.20 17+ green slate

200.0 21040 10,0 .§0 1?.9

210,0 217.9 79 96 19,9

Total 6749 Te39 21,01 Core recovery - 100,0%
217.9 22040 2ol 0.72 5eli8 Top of green slate @ 217.9
220,0 230,0 10,0 W6l 5496 Green
230,0 233.0 3,0 1420 6.93 slate
Total 15.1 0.76  6.09 Core recovery — 100.0%
Total Care
Sampled 23040 Core recovery - 98.6%
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