TABIE 5 - Analyses of diamond drill cores

Diamond Drill Hole 16

-73-

Sample Combined core and
Footage Interval Core Assay,% Sludge Assay, ¢ Remarks and Lithology
From~ To- Feet Mn Fe Mn Fe (See Explanation, Fig. 3)
0.0 5.0 Overburden
5.0 10,0 5.0 126 L35 Hanganiferous purple
10.0 20,0 1040 Le60  1h.27 and red slate
Total 15.0 349 20,96 Core recovery =~ 92,0%
20,0 2,8 1.8 11,08 25,48 Top of manganiferous banded hematite @ 2).8 ft.
24,8  30.0 52 15.00 23439
30.0 140.0 10.0 7.43 20,32
40,0 500 1040 8463 36,29
5040 0.0  10.0 16,40  24.52
60,0 71.8 11.8 .71 28.23 1430 28,00 Hanganiferous
7L.8 81.3 9.5 11,72 26,13 10,13  32.78
8L.3 90,0 847 11.39 3549 , banded
9000 9908 908 906h 31 ‘9)4
99.8 110.9 1.1 10443 19436 275 29477 hematite
110,9 118.0 7.1 1.19  3h,52 10.24  35.96
118.0 127.1 - 9.1 10.87 31.03 10497 31.11
127.1  133.5 6aly 13.51 21.9} 11.95 25,18
133.5 140.0 65 12.63 18,31 :
10,0 150.,0 1040 13.39 26.23
150,0 16040 10,0 .22 34,03
1600 169.8 9.8 10.40 30,65
169.8  175.) 5.6 18,79 37.98 1.9k 35.96
175.4 180.0 L6 20,00 20,2}
180.0 1%0,0 10.0 17.39 21.13
190.0 200,0 10,0 14,59 29,92
200,0 210,0 1040 11,20 32,7h
210.,0 220.0 10.0 9.2 28,79
220,0 23040 1040 13.08 20,16
230.0 24067 10.7 10,32 28,55 10,140 27¢22
c2lps? 24643 5.6 8,12 25,65 9.1 27,56
2l6e3  252,9 6.6 7¢52 26,76 8.9 32,01
252.9  263.2 10.3 12.00 27.26 10432 27432
26342 27040 6.8 14,56 2460
Total © 25040 11..83 28447 Core recovery = 8l.1%
27040 © 277.9 749 6,80 26,13 Bottom of manganiferous banded hematite @ 273.1 ft.
2719 290.0 12.1 3.68  17.7h HMan ganiferous
290.0  300.0 10.0 5.20 28,07 interbedded
300.0 310.,0 10,0 3.l 24,92 hematitic
310,0 320.0 10.0 6.8  30.48 and
320,0 330,60 10.0 8.20  24.8L green
330.0 34040 10.0 6.56 27.34 slate
340.0  347.8 7.8 6.2y 214,19 Top of green slate @ 347.8 ft,
Total 778 6403 25,27 Care recovery = 97.3%
347.8 35040 2,2 ko6l 13471
350.0 360.0 10.0 2,12 10,00 Green slate
360.0 370.0  10.0 ili 6,69
Total 22,2 1,61 8.87 Core recovery - 90.5%
370.,0 380.0 Green slate
Total Core
Sampled 365,0 Core recovery = 87.6%




