TABIE 5 ~ Analyses of diamond drill cores

Diamond Drill Hole 18

-75_

Sample Combined Core and
Footage Interval Core Assay,% Sludge Assay, % Remarks and Lithology
From=- To= Fest Mn Fe Mn Fe (see Explanation, Fig. 3)
0.0 5.0 Overburden
5.0 10.0 540 12,18 26,29
1040 20,0 10.0 hel2  15.00 Mangani. ferous
20.0 3040 10.0 7.40 14,19 purple
3040 1040 10.0 L61 8.87 and
Lo.0 8.2 8.2 2408 8.88 red slate
Total 132 5457  13.54 Core recovery -~ 96.1%
48,2 50.0 1.8 10,20 2L.19 Top of mapganiferous banded hematite @ 4B.2 fb,
50,0 6040 10,0 11,36 22.7Y4 10,6l 22,98
60.0 70,0 10.0 15432 2419 Manganiferous
70.0 5.4 Sl 8.8L  25.97 .
75 85, 9.9 7.60 18.23 8.77 23,92 banded
853 901 L.8 U6 22,58
90.1 9340 240 12,00 28,23 hematite
93,0 100.2 Te2 10,40 29,36 9.80 29402
100,2  110.8 10.6 9¢76 23,39 10.86 = 23,23
N0.8 121.7 10.9 9452 264,29 8420 29,96
121.7 130.0 8.3 12,20 28,71
1300 140.,0 1040 8.0 28,23
1040 119.2 942 13.12  20.18 Bottom of manganiferous banded hematite @ 149.2 ft,
Total 101.0 - 1085 25,48 Core recovery - 87,2%
149.2  160,0 10.8 L0  16.13 Manganiferous
160.0 170.0 10,0 302l 12.42
170.0 180,0 10,0 Le80  1L.8h interbedded
18040 19040 10,0 L.88 26453
150.0 200,0 10,0 5.28 25,32 hematitic
200,0 210,0 10.0 3.80  12.42
210,0 220,0 1040 596 12.11 and green slate
220,0 232, 12 9472 15497
232.4 238,0 546 7456  19.8)
238.0 250.0 12,0 7.8 20,97
250,0 252.6 2.6 8.92 20,32 Top of green slate @ 252.,6 ft.
Total 10344 5.85  17.67 Core recovery = 98.9%
252,6 26040 7ol 1.60 8430
'260.0 27040 10.0 52 7426 Green slate
Total 174 098 7470 Core recovery - 98.9%
270.0 298,0 Green slate
Total Core
Sampled 265,0 Core recovery = 94.,0%




