TABLE 5 - Analyses of diamond drill cores

Diamond Drill Hole 30

Sample Combined Core and
Footage Interval  Core Assay, % Sludge Assay, % Remarks and Lithology

From= To= Feet, Mn Fe Mn Fe (See Explanation, Fig. 3)

040 646 Overturden

646 245,0 Gray-green glate
2l5.0 255.0 1060 0.80 he51 : :
255,0 260,40 0 1.51 56l - Bottom of gray=-green slate @ 255.,0 ft.
260.0 270,0  10.0 183 9.98 langani ferous
270.0 280.0 10.0 2471 7.81 purple
28040 290,0 1040 75 Le99 and
290,0 30040 10,0 1435 6,12 red slate (partially recrystallized)
300.0 31040 10.0 1.03 7409
310.0 320.,0 10,0 2,00 Te73
Total 750 1.90 6.81 Core recovery - 100.0%
3200 330,00 1040 551 9458 Mangani.ferous
3300 340.0 10,0 o3 9.2 purple
340.0 350,0  10.0 b8l 10.95 and
35,0 360.0 10,0 L468 11443 red slate
360.0 371.0 11.0 5.92  17.72 (partially recrystallized)
Total 51.0 566 11.94 Core recovery = 99.0%
3710 380.0 940 2,16 8,08 Hanganiferous
380.0 390.0  10.0 3.0 - 685 purple and -
13‘90.0 540(5).0 12.0 h.82 g.% red slate
00,0 0540 0 1.3 . tial i
§05.0 J10.0 5.0 120 6436 (par 18l 1y rocrystallized)
100.0 420.0 10,0 1.2 6435
Total 9.0 2,60  6.83 Core recovery = 9l5%
420.0 43040 10.0 11,96 6.83 Hanganiferous
530.0 4h0.0 10.0 5.68 12,08 purple and
1h00 h50.0 10,0 3.04 8,5k red slate
50,0 45643 6.3 3.80 709 3461 9440 (partially recrystallized)
Total 3643 b0 2.71 Core recovery = 90.9%
L5643 L6040 3.7 15,96 1418 Top of manganiferous banded hematite @ L5643 £t
460.0 L4700 10,0 9032 13.37
L70.,0 18040 10.0 12,08 17.08
118040 19040 10.0 5.80  11.4%
90,0 500,0 1040 10. 15.47 Manganiferous banded hematite
500,0 510.0 10,0 13,72 98 (partially recrystallized)
Total 5347 10,66 1hb5 Core recovery =~ 100,0%
510.0 515,5 5.5 9.68  11.12 Bottom of manganiferous banded hematite @ 515.5 ft.
515.5 52040 . he28 9.18 Manganiferas )
520.0 53040 10.0 5,12 11,28
5%.0 540.0 10,0 11,80 16,91 interbedded
510.0 550.0  10.0 1,88 .
55040 560.,0 10,0 hel0 10479 hematitic and
560.0 570.0 100 10,00 15.63
570.0 580,0 10.0 7488 20662 green slate
580,0 585.7 5.7 9400  14j.02 (partially recrystallized)
Total 7547 6.53 14426 Care recovery = 99.5%
5857 59040 Le3 1.32 7400 Top of green slate @ 585,7 {t.
590.0 60045 10.5 L. 749 Green slate
600,85 610,0 9.5 0.72  5.54
610,0 6173 Te3 1.00 5.05
Total 31.3 0.9 547 Core recovery = 100.,0%
Total Core
Sampled 37243 Core recovery - 98,63
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