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TABLE 5 - Analyses of diamond drill cores

Diamond Drill Hole 31

Sample Combined Core and
Footage  Interval  Core Assay,% Sludge Assay, 3 Remarks and Lithology
From- To= Feet Mn Fe n Fe (See Explanation, Fig. 3)
040 5.0 Overburden
5.0 10.0 5.0 0.88 L3k Manganiferous purple
100 20,0 10.0 3.52 3478 and red slate
Total 15.0 197 3496 Core recovery = 90.0%
20,0 30.0 10,0 5.8 8437 Manganiferous purple aad
3040  39.h 9. 7432 13435 red slate. Partial
394  lhe5 5el Usalily 23441 recrystallization @
W5 5040 5e5 2,76  10.46 6le8 £te = 684 fte
5040 60,0 10.0 5.20 84,20
60,0 7040 10,0 L1456 8.49 10.51
70,0 75.0 540 11,16 18466 Top of manganiferous banded
75,0 80,0 540 846L 21.2h hematite @ 75.5 ft.
80,0 90,0 10.0 11.80 31.53 Recrystallized magnetite~
9040  95.0 5.0 2.88 8,20 chlorite rock @ 75¢5 = 95.0 ft.
95,0 100.0 5.0 8.6 22,04
100.0 110,0 1040 12,8y 25.26 264,63
110.0 120,0 10.0 0L 19.47
Total 10040 17.00 Core recovery - 88.4%
120,0 130.,0 10,0 16420  1h.6L 21491 Manganiferous banded hematite
130,0 1.7 11.7 12.43 25,10 24,67 Betbom of manganiferous banded
1.7 150.0 8.3 12,56 27,35 hematite @ 141.7 ft.
Total 3040 2h4y9 Core recovery = 5h.0%
150.0 160.0  10.0 5,08 17.05 Hangani ferous
160.0 168.7 8.7 5.67 23.33 Interbedded
168.7 173.9 5.2 146l 5.95 hematitic
173.9 180,0 6.1 8487 17.30 and
180,0 185.0 5.0 10,00 19.63 . green slate
185.0 19040 540 9.80 114,88
190,0 200.0 10,0 5.36 16425 Recrystallized magnetlte-chlora.te
200.0 207.0 740 10.51 20,11 rock @ 185t -~ 207.0¢
Potal 5740 6492 17429 Core recovery - 97.5%
207.‘0 2120 540 3.00 10.1h
212,0 220.0 840 2.71 6o Top of green slate @ 20740 ft,
Green,slate
Total 13.0 2.82 786 Core recovery = 92.3%
220,0 25440 Green slate
Total Core .
Sanpled 21540 Core recovery - 86442
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