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11, 875 £t2 at $5.56/ton

Ni value 3.766 x 11,875

Co value 0.976 x 11, 875

Cu value 0.815x 11, 875
CpP-17

1,975 ft2 at $1.37/ton

Ni value 0.850 x 1975 =
Co value 0.440 x 1975 =
Cu value 0.080 x 1975 =

Average value = $4.96/ton

Cross section values

Ni 46, 399 $ft% /ton
Co 12,459 "
Cu 9,836 "

= 44,721 $t2 /ton

1, 678 $ft2/ton
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ROLAND F. BEERS,INC. TROY,N.Y.

9 South Cross Section (Harriman)
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Assayed Holes: CP-8, CP-17
Interval % $/ton
- Interval Length Ni Ni
15016'" - 155'4" 4,83 0, 206 3,03
15514" - 160'4" 5.00 0.289 4,28
160'4" - 165'4" 5, 00 0,189 2,80
21613" - 22113" 5, 00 0,278 4,11
221'3" - 226! 4,15 0.405 5,99
2261 - 231! 5, 00 0, 695 10,29
231' - 236! 5. 00 1,004 14, 86
236" - 241! 5,00 0. 469 6,94
241" - 249! 8, 00 0,941 13.93
F{ assayed 47,58
Not assayed 50.92
Total f¢, 98. 50
Ni value 370,92
98. 50
Ni value 370. 52,
47,58
214 - 219 5,00 0. 052 0,71
219 - 224 5,00 0, 064 0.95
224 - 229 5. 00 0. 056 0, 83
Ft assayed 15,00
Total ft. 15,00
12,75

Ni value 15

fl

ft x $/ton

Ni

14, 63
21,40
14,00
20,55
28,45
51.45
74, 30
34.70
111,44
370,92

33,766 /ton

$7. 796 /ton
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% $/ton ft x $/ton % $/ton ft x $/ton
Co Co Co Cu Cu Cu
0, 068 1,74 8. 40 0,189 1.23 5, 94
0. 066 1,98 9,90 0, 144 0,94 4,70
0, 044 1,32 6. 60 0,119 078 3,90
0,051 1.63 7,65 0,170 1,11 5, 5b
0.0568 1.74 8,26 0,258 1,68 7.98
0,073 2.19 10,95 0,245 1,60 8, 00
0,102 3,06 13, 30 0,674 4, 39 21,95
0. 066 1.98 9,90 6, 390 2,54 12.70
0, 080 2,40 19,20 0,182 1,19 9,52
95,16 80, 24
Co value 96,16 . $0.976/ton Cu value 80.24 . $0, 815/ton
98,50 98,50
Co value 96,16 $2,021/ton Cu value 80,24, $1.686/ton
47,58 58
0. 007 0.21 1,056 0, 006 0, 04 0.20
0,022 {, 66 3. 30 0,012 0, 08 0.40
0. 0156 0,45 2,25 0,018 012 0, 60
6, 60 1,20
Co value 6, 60 $0, 440/ton Cu value 1,20, $0. 080/ton
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