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THE QUANTITIES SHOWN FOR AGGREGATE BASE COURSE - CRUSHED AND
AGGREGATE SUBBASE COURSE —GRAVEL PER |00 LINEAR FEET HAVE BEEN
FOR THE AGGREGATE BASE COURSE CRUSHED

COMPUTED ON A DEPTH OF 3%"

AND 9'/2" FOR THE PORTLAND CEMENT CONCRETE PAVEMENT.

THESE COMPUTED QUANTITIES WILL BE THE RESPECTIVE PAY QUANTITIES PER
100 LINEAR FEET FOR AGEREGATE BASE COURSE~-CRUSHED AND AGGREGATE SUB—
BASE COURSE—GRAVEL REGARDLESS OF THE CONCRETE FLEXURE STRENGTH
AND DEPTH.THE ACTUAL DEPTH OF AGGREGATE BASE COURSE — CRUSHED
SHALL BE ADJUSTED WITH RESPECT TO THE FINAL DEPTH OF PORTLAND CEMENT
CONCRETE PAVEMENT SUCH THAT THE PROFILE GRADE LINE AS SHOWN ON THE

PLANS IS MET.
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