
























































































    LOCATION MAP 

Winterport-Frankfort, Maine 
Tibbetts Bridge 
Bridge No. 3344 
PIN 016763.00 

 

 

Project 

 
Latitude: 44°37’11.3” N Longitude: 68°57’04.6” W 





Reference No.

207595

M a i n e  D O T ,  M a t e r i a l s  T e s t i n g  &  E x p l o r a t i o n ,  2 1 9  H o g a n  R o a d ,  B a n g o r ,  M a i n e  0 4 4 0 1

BRIDGE CORE TEST REPORT
Central Laboratory

Sample Description

BRIDGE CORE

Sample Type: OTHER Sampler: GODIN, JASON G Sample Location:

Sampled

12/9/2010

Received

12/9/2010

PIN: 016763.00 Town: Winterport,Frankfort

Resident:Contractor:

Reported by: HARADON, ROBERT S Date Reported: 1/10/2011

Shear Bond (MeDOT)

Rebar Corrosion (MeDOT)

Specimen 1

Specimen 2

Specimen 1

Specimen 2

Location, inch Corrosion Level

Specimen 3

Specimen 4

Paper Copy:  Structure File       Electronic: Customer —

S  A  M  P  L  E      I  N  F  O  R  M  A  T  I  O  N

A  U  T  H  O  R  I  Z  A  T  I  O  N       A  N  D       D  I  S  T  R  I  B  U  T  I  O  N

T  E  S  T     R  E  S  U  L  T  S

Comments:

Final report.          Core # 1 Bridge # 3344 Frankfort, Loggin Rd.

Compressive Strength (T 22)

Specimen 1 5.5-9.75

Specimen 2

6490.00

Location, inch Strength, psi

Chloride Content (T 260)

Chloride Level, lb/yd³Location, inch

Location, inch Strength, psi

Station: 0+01 12, RTOffset, ft:

1.14.0-4.5

0.695.0-5.5





Reference No.

207596

M a i n e  D O T ,  M a t e r i a l s  T e s t i n g  &  E x p l o r a t i o n ,  2 1 9  H o g a n  R o a d ,  B a n g o r ,  M a i n e  0 4 4 0 1

BRIDGE CORE TEST REPORT
Central Laboratory

Sample Description

BRIDGE CORE

Sample Type: OTHER Sampler: GODIN, JASON G Sample Location:

Sampled

12/9/2010

Received

12/9/2010

PIN: 016763.00 Town: Winterport,Frankfort

Resident:Contractor:

Reported by: HARADON, ROBERT S Date Reported: 1/10/2011

Shear Bond (MeDOT)

Rebar Corrosion (MeDOT)

Specimen 1

Specimen 2

Specimen 1

Specimen 2

Location, inch Corrosion Level

Specimen 3

Specimen 4

Paper Copy:  Structure File       Electronic: Customer —

S  A  M  P  L  E      I  N  F  O  R  M  A  T  I  O  N

A  U  T  H  O  R  I  Z  A  T  I  O  N       A  N  D       D  I  S  T  R  I  B  U  T  I  O  N

T  E  S  T     R  E  S  U  L  T  S

Comments:

Final report.        Core # 2  Bridge # 3344 Frankfort, Loggin Rd.

Compressive Strength (T 22)

Specimen 1

Specimen 2

Location, inch Strength, psi

Chloride Content (T 260)

Chloride Level, lb/yd³Location, inch

Location, inch Strength, psi

Station: 0+40 7, RTOffset, ft:

0.775.0-5.5

0.596.0-6.5

0.278.0-8.5





Reference No.

207597

M a i n e  D O T ,  M a t e r i a l s  T e s t i n g  &  E x p l o r a t i o n ,  2 1 9  H o g a n  R o a d ,  B a n g o r ,  M a i n e  0 4 4 0 1

BRIDGE CORE TEST REPORT
Central Laboratory

Sample Description

BRIDGE CORE

Sample Type: OTHER Sampler: GODIN, JASON G Sample Location:

Sampled

12/9/2010

Received

12/9/2010

PIN: 016763.00 Town: Winterport,Frankfort

Resident:Contractor:

Reported by: HARADON, ROBERT S Date Reported: 1/10/2011

Shear Bond (MeDOT)

Rebar Corrosion (MeDOT)

Specimen 1

Specimen 2

Specimen 1

Specimen 2

Location, inch Corrosion Level

Specimen 3

Specimen 4

Paper Copy:  Structure File       Electronic: Customer —

S  A  M  P  L  E      I  N  F  O  R  M  A  T  I  O  N

A  U  T  H  O  R  I  Z  A  T  I  O  N       A  N  D       D  I  S  T  R  I  B  U  T  I  O  N

T  E  S  T     R  E  S  U  L  T  S

Comments:

Final report.     Core # 3  Bridge # 3344 Frankfort, Loggin Rd.

Compressive Strength (T 22)

Specimen 1

Specimen 2

Location, inch Strength, psi

Chloride Content (T 260)

Chloride Level, lb/yd³Location, inch

Location, inch Strength, psi

Station: 0+77 .5, RTOffset, ft:

1.36.0-6.5

1.47.5-8.0

1.019.5-10.0





Reference No.

207598

M a i n e  D O T ,  M a t e r i a l s  T e s t i n g  &  E x p l o r a t i o n ,  2 1 9  H o g a n  R o a d ,  B a n g o r ,  M a i n e  0 4 4 0 1

BRIDGE CORE TEST REPORT
Central Laboratory

Sample Description

BRIDGE CORE

Sample Type: OTHER Sampler: GODIN, JASON G Sample Location:

Sampled

12/9/2010

Received

12/9/2010

PIN: 016763.00 Town: Winterport,Frankfort

Resident:Contractor:

Reported by: HARADON, ROBERT S Date Reported: 1/10/2011

Shear Bond (MeDOT)

Rebar Corrosion (MeDOT)

Specimen 1

Specimen 2

Specimen 1

Specimen 2

Location, inch Corrosion Level

Specimen 3

Specimen 4

Paper Copy:  Structure File       Electronic: Customer —

S  A  M  P  L  E      I  N  F  O  R  M  A  T  I  O  N

A  U  T  H  O  R  I  Z  A  T  I  O  N       A  N  D       D  I  S  T  R  I  B  U  T  I  O  N

T  E  S  T     R  E  S  U  L  T  S

Comments:

Final report.    Core # 4  Bridge # 3344 Frankfort, Loggin Rd.

Compressive Strength (T 22)

Specimen 1 4.5-8

Specimen 2

6540.00

Location, inch Strength, psi

Chloride Content (T 260)

Chloride Level, lb/yd³Location, inch

Location, inch Strength, psi

Station: 0+65 5, LTOffset, ft:





Reference No.

207599

M a i n e  D O T ,  M a t e r i a l s  T e s t i n g  &  E x p l o r a t i o n ,  2 1 9  H o g a n  R o a d ,  B a n g o r ,  M a i n e  0 4 4 0 1

BRIDGE CORE TEST REPORT
Central Laboratory

Sample Description

BRIDGE CORE

Sample Type: OTHER Sampler: GODIN, JASON G Sample Location:

Sampled

12/9/2010

Received

12/9/2010

PIN: 016763.00 Town: Winterport,Frankfort

Resident:Contractor:

Reported by: HARADON, ROBERT S Date Reported: 1/10/2011

Shear Bond (MeDOT)

Rebar Corrosion (MeDOT)

Specimen 1

Specimen 2

Specimen 1

Specimen 2

Location, inch Corrosion Level

Specimen 3

Specimen 4

Paper Copy:  Structure File       Electronic: Customer —

S  A  M  P  L  E      I  N  F  O  R  M  A  T  I  O  N

A  U  T  H  O  R  I  Z  A  T  I  O  N       A  N  D       D  I  S  T  R  I  B  U  T  I  O  N

T  E  S  T     R  E  S  U  L  T  S

Comments:

Final report.   Core # 5  Bridge # 3344 Frankfort, Loggin Rd.

Compressive Strength (T 22)

Specimen 1

Specimen 2

Location, inch Strength, psi

Chloride Content (T 260)

Chloride Level, lb/yd³Location, inch

Location, inch Strength, psi

Station: 0+47 9.5, LTOffset, ft:

2.324.25-4.75

2.695.75-6.25

2.856.5-7.0

1.758.5-9.0





Reference No.

207600

M a i n e  D O T ,  M a t e r i a l s  T e s t i n g  &  E x p l o r a t i o n ,  2 1 9  H o g a n  R o a d ,  B a n g o r ,  M a i n e  0 4 4 0 1

BRIDGE CORE TEST REPORT
Central Laboratory

Sample Description

BRIDGE CORE

Sample Type: OTHER Sampler: GODIN, JASON G Sample Location:

Sampled

12/9/2010

Received

12/9/2010

PIN: 016763.00 Town: Winterport,Frankfort

Resident:Contractor:

Reported by: HARADON, ROBERT S Date Reported: 1/10/2011

Shear Bond (MeDOT)

Rebar Corrosion (MeDOT)

Specimen 1

Specimen 2

Specimen 1

Specimen 2

Location, inch Corrosion Level

Specimen 3

Specimen 4

Paper Copy:  Structure File       Electronic: Customer —

S  A  M  P  L  E      I  N  F  O  R  M  A  T  I  O  N

A  U  T  H  O  R  I  Z  A  T  I  O  N       A  N  D       D  I  S  T  R  I  B  U  T  I  O  N

T  E  S  T     R  E  S  U  L  T  S

Comments:

Final report.    Core # 6  Bridge # 3344 Frankfort, Loggin Rd.

Compressive Strength (T 22)

Specimen 1

Specimen 2

Location, inch Strength, psi

Chloride Content (T 260)

Chloride Level, lb/yd³Location, inch

Location, inch Strength, psi

Station: 0+09 7, LTOffset, ft:

1.345.0-5.5

0.96.5-7.0

0.538.5-9.0
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