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1.0 Introduction 

 

1.1   Project Overview 

 

Maine DOT proposes to rehabilitate and widen a portion of Western Avenue (Route 
202/11/17/100) in the City of Augusta.  The project starts at the intersection of Prescott 
Road and extends 0.6 miles easterly, ending at the intersection of Edison Drive.  The 
project includes rebuilding several intersections and adding a lane in each direction:  the 
rebuilt highway will have two lanes in each direction with center turn lanes and islands.   
 
An existing 3-foot wide by 4-foot high box culvert will be repaired and extended as part 
of this project.  Existing Portland Cement Concrete (PCC) pavement will be removed 
and a new closed drainage system will be installed.  Retaining walls will be constructed 
to minimize Right-of-Way impacts to abutting properties from widening this highway. 
 
This report describes existing conditions and design details for this project. 
 

1.2 Summary of Recommendations 

 
Portland Cement Concrete pavement should be completely removed to allow changes in 
horizontal and vertical alignment. 
 
Existing subbase materials do not meet MaineDOT specification for base and subbase 
materials.  These materials are appropriate for use as borrow, but they should not be 
reused as gravel in this project. 
 
Small Landscape block walls meeting the requirements of Special Provision 635 are 
appropriate for use on this project where retaining walls are needed. 
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2.0 Site and Subsurface Conditions 

 

2.1 General Site Conditions 

 
This portion of Route 201 in Augusta serves an area of business development, with car 
dealerships and smaller commercial developments on both sides of the highway.  Much 
of the highway in this area has been rebuilt since original construction.  The current 
project begins at the intersection of Prescott Road and extends easterly for a distance of 
0.6 miles to Edison Drive.  This section of highway was originally built in 1936 with 
Portland Cement Concrete (PCC) pavement over variable gravel base.  Plans for 
reconstruction of the eastern portion of the project show that PCC pavement was 
removed as part of that project, however the concrete pavement is still in place for much 
of the project area.  This highway has been widened and paved many times over the 
years, but it has never been built using appropriate aggregate materials across the full 
width of the section.   
 
As-built plans from 1936 show PCC pavement 30-feet wide, although the transverse 
section on these plans is shown as 20-feet wide.  Plans from 1965 also exist for 
reconstruction beginning 300 feet east of Smith Street and extending easterly.  The 
scope for the current project includes complete reconstruction to include shoulders, 
sidewalks in some sections and a center turn lane from the intersection of Smith Street 
at Station 115+50 to Station 120+00 where a median island  will begin.  Most widening 
will take place on the Right (south) side of the roadway. 
 
Original 1936 plans, plans for the 1965 reconstruction and current plans for this project 
are included as Appendix A to this report. 
 
Closed drainage will be constructed, and retaining walls will be needed to limit impacts 
to abutting properties.  A three-foot wide by four-foot high concrete box culvert carries 
Rockwood Brook under the highway.   This culvert is hydraulically adequate, but the 
invert is deteriorated and fish passage is limited by high velocities.  The culvert will need 
to be extended as part of this project, and the invert will require repair.   
 
Native soils include sandy silts and silty sands.  Some outcrops or large boulders are 
visible near the roadway and shallow refusals were encountered in several explorations. 
 

2.2 Mapped Soils Data 

 
The Maine Geologic Survey (MGS) Surficial Geology map for the Augusta Quadrangle 
shows native soils to be glacial Till in the area surrounding this project.  Till soils are 
described as “Loose to very compact, poorly sorted, massive to weakly stratified mixture 
of sand, silt, and gravel-size rock debris deposited by glacial ice.  Locally includes lenses 
of waterlaid sand and gravel.  Boulders commonly present on ground surface.”  No 
shallow bedrock is indicated at the roadway on this map, although areas of shallow 
bedrock are shown near the project.   
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Natural Resources Conservation Services (NRCS) maps include information on soils for 
the five feet below the surface; deeper soils are not discussed.  Shallow bedrock is not 
shown on maps surrounding this roadway.  Most soil units in this area are anticipated to 
be predominantly sand with as much as 35% silt and clay size particles. 
  
The MGS Map of Bedrock Geology, Augusta Quadrangle, shows the bedrock in this 
area to be primarily Devonian granite, including several varieties of granite.   
 
Portions of these soils maps that show this project are included in Appendix B to this 
report. 
 

2.3 Subsurface Investigation 

 
The preliminary subsurface investigation for this project was conducted in December, 
2011 and included twelve solid stem auger borings.  Boring locations were limited by 
underground and overhead utilities.  Samples were taken off the auger flights for most 
explorations, however SPT testing was done in boring HB-AUG-103.  These borings 
were extended to a depth of 7-feet unless refusal was encountered.  An additional 
boring, HB-AUG-201 was done in January 2012 near the proposed culvert extension on 
the south side of the highway using SPT testing and split spoon sampling.  Borings were 
also done in April, 1998, for preliminary scoping of a project in this area, with samples 
taken from the auger flights.  Grain size analysis was done on thirteen samples from this 
project.  No Falling Weight Deflectometer (FWD) testing was done because existing 
concrete pavement distorts the deflection basins provided by the falling weight.  Ground 
Penetrating Radar (GPR) was done by MaineDOT to help determine the limits of existing 
concrete pavement.  Depth to bedrock was also investigated using GPR. 
 
Boring logs, laboratory testing data and the GPR summary are included as Appendix C 
to this report. 
 

2.4 Existing Pavement 

 
Ground Penetrating Radar was used to determine the width of the original concrete 
pavement section and the stations and location of concrete under the roadway.  Portland 
Cement Concrete pavement was encountered from Station 97+00 to Station 114+00. 
The original PCC pavement section appears to have been 30-feet wide.  At Station 
97+00, the left edge of the concrete appeared to be 16 feet left of the existing centerline 
and the right edge appeared to be 14 feet right of the existing centerline.  At Station 
114+00, the left edge shows in GPR as 26.8 feet Left and the right edge shows at 3.2 
feet Right.  It appears that the roadway alignment must have shifted substantially since 
construction of the original concrete pavement.  The GPR did not show reflections of 
PCC pavement beyond Station 114+00.  The concrete edge summary is included in 
Appendix C. 
 
The existing HMA pavement is in poor condition.  No concrete pavement cores were 
taken and the condition of the PCC pavement is not known.     
 



Augusta 

Route 202 

WIN 4270.10 

March, 2013 

 

4 

 

 

2.5 Native Soils 

 
According to geologic mapping by MGS and NRCS, native soils in this area are 
predominantly sandy soils with varying amounts of silt.  Our borings confirm this.  The 
soils near the surface are generally medium dense.  Soils near the roadway surface are 
gravelly sands with small amounts of silt, while soils with higher fines appear below the 
original roadway construction. 
 
Table 1 shows the thickness and describes the subgrade soils encountered in borings 
for this project. 
 

Table 1 – Existing Conditions 
 

Station Offset (ft) HMA PCC Refusal Subgrade soils 

101+43 29 LT   14.3 ft Silty SAND 

103+00 3.7 RT 7 in  1 ft  

103+00 16.7 LT 7 in    SAND, some gravel, trace silt, 
wet clay at 3.1 feet 

105+39 27.8 RT   8.1 ft Wet, medium dense SAND, 
some gravel, little silt 

106+24 10 RT   10.5 ft Grey-brown sandy SILT 

107+00 12 RT 7 in 7 in  Gravelly SAND, silty fine sand at 
3 feet 

108+16 50 LT    Brown sandy SILT 

109+00 10.4 RT 7 in 7 in  Gravelly SAND, trace silt 

110+50 7.8 RT 7 in 7 in 4.5 ft Gravelly SAND, trace silt 

111+00 7.0 RT 7 in 7 in  Fine SAND, little gravel, little silt 

111+75 34.7 LT 6.5 in 6.5 in 4.5 ft Gravelly SAND, trace silt 

112+00 5.3 RT 7 in 7 in  Fine SAND, little gravel, little silt, 
silty SAND and 3 feet 

113+60 1.4 RT 7 in  7.3 ft Fine SAND, little gravel, little silt 

113+95 50 LT   12.7 ft Brown silty SAND with cobbles 

115+00 7.8 RT 6.5 in  7.2 ft Gravelly SAND, trace silt 

116+00 25.5 LT 7 in  4.1 ft Gravelly SAND, trace silt 

119+78 55 LT   12.5 ft Moist grey-brown sandy SILT 

121+00 25 LT 7 in   Gravelly SAND, trace silt 

 

2.6  Subsurface Bedrock 

 
Shallow bedrock was encountered in many explorations for this project, and GPR testing 
was done to determine the depth to bedrock between borings.  No bedrock cores were 
taken.  GPR was done by MaineDOT from Station 110+00 to Station 110+88 and Station 
114+80 to Station 115+78, both approximately 38-feet Left of the proposed centerline.  
The bedrock surface reflection appeared to be fairly uniform, with average depth of 
approximately 4.7-feet in area surrounding Station 110+50 and 4.2-feet in the area 
surrounding 115+00.  These depths are consistent with refusals encountered in the 
borings, however GPR data is very sensitive to interpretation, and these depths should 
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be considered an estimate of depth to top of bedrock.  Auger refusals are shown on 
Table 1.   
 

2.7 Groundwater 

 
Groundwater was encountered at Station 105+39, 27.8 feet Right, at a depth of 6.5 feet 
below the ground surface.  No well was installed, and soils are described as wet at the 
surface.  Groundwater may be closer to the surface than the boring log indicates – if the 
boring had been open for an extended period of time, a higher water level might have 
been apparent.  This boring was near the proposed location of the culvert inlet 
extension.  Wet soils were encountered at a depth of 10-feet at Station 101+43 in the 
1998 boring; this may indicate subsurface flow patterns.  Seasonal variations in depth to 
groundwater can be anticipated.   

3.0 Design Recommendations 

 
Deep cuts and fills are not required for this project.  Proposed changes in the vertical 
alignment will require a maximum fill at the centerline of approximately 2-feet at Station 
104+00.   Cuts of up to five-feet will be required to widen the Right side of the road.  The 
curb line on the Left side will remain close to its present location, with most new 
construction for turning lanes and center concrete islands on the Right side of the 
existing highway. 
 

3.1 Embankment Fills and Slopes 

 
Sliver fills will be placed on the Left side of the highway between Station 104+75 and 
Rockwood Brook to create a finished 2:1 slope.  These small fills should be keyed into 
the existing slope to ensure that a slip plane is not created where benching is not 
required. 
 
Substantial sections of new embankment will be constructed on the Right side of the 
highway between Station 104+00 and 106+50.  Embankment fills on the Right will be 
approximately 5-feet high, with smaller fills on the Left side in this area.  Stability is not a 
concern with these fill areas. 
 

3.2 Cut Slopes 

 
Soil cut slopes will be required in several places along this project for construction of 
shoulders and ditches, and where retaining walls will be required. 
 
From Station 101+25 to 102+50, Right, 3-foot deep cuts will be required to provide a 
ditch along the proposed roadway.  Sandy soils in this area can be expected in this area, 
and no stability problems are anticipated in these 2h:1v cuts.   
 

3.3 Retaining Walls 

 
Retaining walls will be required to minimize impacts to abutting properties.  Retaining 
walls will be built from Station 110+05.75 Right to Station 111+36.86 Right, and from 
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Station 112+50 Right to Station 115+59.01 Right.  Retaining walls will also be needed as 
headwalls and wingwalls for the culvert extension at Station 105+20. 
 
The retaining walls used between Station 110+05 and Station 115+60 should meet the 
requirements of Special Provision 635, Small Wet-Cast Landscape Block Wall.  The 
appearance of this type of block wall is appropriate to meet the Department’s need for 
aesthetically pleasing low walls in this commercial area of the City.  Dry-cast block walls 
will not be allowed on this project.  MaineDOT has Special Provisions for block types 
that would be appropriate for the retaining walls used for wingwalls and headwalls at 
Station 105+20. 
 
All retaining walls and wingwalls used on this project will be supplier-designed as 
required by the Special Provisions.  Calculations are included in Appendix D.  The 
following values should be used in the design of these walls: 

 

Backfill φ     34o 

Subgrade δ    17
ο   mass concrete against silty sand  

Factored bearing resistance 
 Wingwalls and headwalls 3 ksf for the Strength Limit State 
 Retaining Walls  5 ksf for the Service Limit State 
 

3.4 Bedrock Excavation 

 
Bedrock excavation is anticipated for construction of underdrain in this project, and may 
be required for retaining walls and in isolated areas for construction of the pavement 
section.  Bedrock refusal was encountered within 8-feet of the existing ground surface in 
many explorations throughout this project.  The bedrock surface is not expected to be at 
a constant depth below ground surface, and no rock cores were taken.  Final rock 
excavation quantities will be determined in the field. 
 

3.3 Pavement Design 

 
A Resilient Modulus of 3700 psi should be used to calculate the pavement structural 
section for this highway.  This was determined from standard correlations using MDOT 
design charts and was based primarily on the fines content of the soils at pavement 
subgrade.   
 

3.4  Groundwater 

 
Free groundwater was not detected at shallow depths when this project was drilled in 
December, 2011, although wet soils are described in the boring logs.  The boring at 
Station 105+39, 27.8 Right, drilled January 17, 2012, encountered groundwater at a 
depth of 6.5 feet below ground surface.  Although this depth is well below the proposed 
culver invert, it is expected that groundwater elevation will be subject to seasonal 
variation.  Groundwater may be a consideration during construction of the culvert 
extension. 
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3.5  Frost Action 

 
The Design Freezing Index for Augusta is 1350 Fahrenheit degree-days.  The freezing 
index can be used to calculate the depth of frost under the pavement section.  Frost 
depth below a roadway depends on the Freezing index, grain size distribution of the 
subgrade soils, and the thickness of the pavement section.  The design depth of frost in 
Augusta for a 30 inch total pavement section with a granular subgrade is 42 inches.  Any 
lenses of water trapped above this depth will freeze and potentially distort the pavement 
section.   

4.0 Construction Considerations 

 
Dewatering of soils at the inlet and outlet may be required for construction in the dry of 
the wingwalls to be built for the culvert extension at Station 105+12. 

5.0 Closure 

 
This report has been prepared for the use of the MaineDOT Highway Program for 
specific application to the proposed reconstruction of Western Avenue (Route 
202/11/17/100) between Prescott Road and Edison Drive in Augusta.  No other intended 
use or warranty is implied.  In the event that any changes in the nature, design or 
location of the proposed project are planned, this report should be reviewed by a 
geotechnical engineer to assess the appropriateness of the conclusions and 
recommendations and to modify the recommendation as appropriate to reflect the 
changes in design.  Further, the analyses and recommendations are based in part upon 
limited soil explorations at discrete locations at the site.  If variations from the conditions 
encountered during the investigation appear evident during construction, it may also 
become necessary to re-evaluate the recommendations made in this report. 
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Percent Sand

Percent Sand— Summary by Map Unit — Kennebec County, Maine (ME011)

Map unit symbol Map unit name Rating (percent) Acres in AOI Percent of AOI

BuB2 Buxton silt loam, 3 to 8 percent
slopes, eroded

14.7 4.8 1.9%

BuC2 Buxton silt loam, 8 to 15 percent
slopes, eroded

14.7 0.6 0.3%

HrC Hollis fine sandy loam, 8 to 15
percent slopes

60.0 1.4 0.6%

HtC Hollis-Rock outcrop complex, 8 to
15 percent slopes

60.0 3.7 1.5%

ML Made land 14.5 5.7%

PdB Paxton-Charlton fine sandy loams,
3 to 8 percent slopes

66.0 16.3 6.5%

PdC2 Paxton-Charlton fine sandy loams,
8 to 15 percent slope s, eroded

66.0 19.4 7.7%

PeB Paxton-Charlton very stony fine
sandy loams, 3 to 8 per cent
slopes

66.0 48.0 19.0%

PeC Paxton-Charlton very stony fine
sandy loams, 8 to 15 pe rcent
slopes

66.0 58.0 23.0%

RdA Ridgebury very stony fine sandy
loam

65.7 21.9 8.7%

ScA Scantic silt loam 9.7 3.1 1.2%

SuC2 Suffield silt loam, 8 to 15 percent
slopes, eroded

12.2 11.4 4.5%

WrB Woodbridge fine sandy loam, 3 to
8 percent slopes

66.0 8.8 3.5%

WsB Woodbridge very stony fine sandy
loam, 3 to 8 percent s lopes

66.0 34.4 13.6%

WsC Woodbridge very stony fine sandy
loam, 8 to 15 percent slopes

66.0 5.8 2.3%

Totals for Area of Interest 252.3 100.0%

Percent Sand–Kennebec County, Maine

Natural Resources
Conservation Service

Web Soil Survey
National Cooperative Soil Survey

9/27/2011
Page 3 of 4



Description

Sand as a soil separate consists of mineral soil particles that are 0.05 millimeter to
2 millimeters in diameter. In the database, the estimated sand content of each soil
layer is given as a percentage, by weight, of the soil material that is less than 2
millimeters in diameter. The content of sand, silt, and clay affects the physical
behavior of a soil. Particle size is important for engineering and agronomic
interpretations, for determination of soil hydrologic qualities, and for soil
classification.

For each soil layer, this attribute is actually recorded as three separate values in
the database. A low value and a high value indicate the range of this attribute for
the soil component. A "representative" value indicates the expected value of this
attribute for the component. For this soil property, only the representative value is
used.

Rating Options

Units of Measure:  percent

Aggregation Method:  Dominant Component

Component Percent Cutoff:   None Specified

Tie-break Rule:  Higher

Interpret Nulls as Zero:  No

Layer Options:  Depth Range

Top Depth:  0

Bottom Depth:  800

Units of Measure:  Centimeters

Percent Sand–Kennebec County, Maine

Natural Resources
Conservation Service

Web Soil Survey
National Cooperative Soil Survey

9/27/2011
Page 4 of 4
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Depth to a Selected Soil Restrictive Layer: Lithic bedrock

Depth to a Selected Soil Restrictive Layer: Lithic bedrock— Summary by Map Unit — Kennebec County, Maine (ME011)

Map unit symbol Map unit name Rating (centimeters) Acres in AOI Percent of AOI

BuB2 Buxton silt loam, 3 to 8 percent
slopes, eroded

>200 4.8 1.9%

BuC2 Buxton silt loam, 8 to 15
percent slopes, eroded

>200 0.6 0.3%

HrC Hollis fine sandy loam, 8 to 15
percent slopes

46 1.4 0.6%

HtC Hollis-Rock outcrop complex, 8
to 15 percent slopes

46 3.7 1.5%

ML Made land >200 14.5 5.7%

PdB Paxton-Charlton fine sandy
loams, 3 to 8 percent slopes

>200 16.3 6.5%

PdC2 Paxton-Charlton fine sandy
loams, 8 to 15 percent slope
s, eroded

>200 19.4 7.7%

PeB Paxton-Charlton very stony
fine sandy loams, 3 to 8 per
cent slopes

>200 48.0 19.0%

PeC Paxton-Charlton very stony
fine sandy loams, 8 to 15 pe
rcent slopes

>200 58.0 23.0%

RdA Ridgebury very stony fine
sandy loam

>200 21.9 8.7%

ScA Scantic silt loam >200 3.1 1.2%

SuC2 Suffield silt loam, 8 to 15
percent slopes, eroded

>200 11.4 4.5%

WrB Woodbridge fine sandy loam, 3
to 8 percent slopes

>200 8.8 3.5%

WsB Woodbridge very stony fine
sandy loam, 3 to 8 percent s
lopes

>200 34.4 13.6%

WsC Woodbridge very stony fine
sandy loam, 8 to 15 percent
slopes

>200 5.8 2.3%

Totals for Area of Interest 252.3 100.0%

Depth to a Selected Soil Restrictive Layer: Lithic bedrock–Kennebec County,
Maine

Natural Resources
Conservation Service

Web Soil Survey
National Cooperative Soil Survey

9/27/2011
Page 3 of 4



Description

A "restrictive layer" is a nearly continuous layer that has one or more physical,
chemical, or thermal properties that significantly impede the movement of water
and air through the soil or that restrict roots or otherwise provide an unfavorable
root environment. Examples are bedrock, cemented layers, dense layers, and
frozen layers.

This theme presents the depth to the user selected type of restrictive layer as
described in for each map unit. If no restrictive layer is described in a map unit, it
is represented by the "> 200" depth class.

This attribute is actually recorded as three separate values in the database. A low
value and a high value indicate the range of this attribute for the soil component. A
"representative" value indicates the expected value of this attribute for the
component. For this soil property, only the representative value is used.

Rating Options

Units of Measure:  centimeters

Restriction Kind:  Lithic bedrock

Aggregation Method:  Dominant Component

Component Percent Cutoff:   None Specified

Tie-break Rule:  Lower

Interpret Nulls as Zero:  No

Depth to a Selected Soil Restrictive Layer: Lithic bedrock–Kennebec County,
Maine

Natural Resources
Conservation Service

Web Soil Survey
National Cooperative Soil Survey

9/27/2011
Page 4 of 4
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SSA -0.58
-1.00

7" PAVEMENT.
0.58

Cobble or Block, (Fill).
1.00

Bottom of Exploration at 1.00 feet below ground surface.

Maine Department of Transportation Project: A 0.60 mile portion of Routes 11/202,

(Western Ave.)

Boring No.: 4HB-AUG-101

Soil/Rock Exploration Log
Location: Augusta-Manchester, Maine

US CUSTOMARY UNITS WIN: 4270.10

Driller: MaineDOT Elevation (ft.) Auger ID/OD: 5" Dia.

Operator: Giguere/Giles Datum: NAVD88 Sampler: Off Flights

Logged By: B. Wilder Rig Type: CME 45C Hammer Wt./Fall: N/A

Date Start/Finish: 12/20/11-12/20/11 Drilling Method: Solid Stem Auger Core Barrel: N/A

Boring Location: 103+00, 2.3 ft Rt. Casing ID/OD: N/A Water Level*: None Obsewrved

Hammer Efficiency Factor: Hammer Type: Automatic Hydraulic Rope & Cathead 

Definitions: R = Rock Core Sample Su = Insitu Field Vane Shear Strength (psf) Su(lab) = Lab Vane Shear Strength (psf)

D = Split Spoon Sample SSA = Solid Stem Auger Tv = Pocket Torvane Shear Strength (psf) WC = water content, percent

MD = Unsuccessful Split Spoon Sample attempt HSA = Hollow Stem Auger qp = Unconfined Compressive Strength (ksf) LL = Liquid Limit

U = Thin Wall Tube Sample RC = Roller Cone N-uncorrected = Raw field SPT N-value PL = Plastic Limit

MU = Unsuccessful Thin Wall Tube Sample attempt WOH = weight of 140lb. hammer Hammer Efficiency Factor = Annual Calibration Value PI = Plasticity Index

V = Insitu Vane Shear Test,    PP = Pocket Penetrometer WOR/C = weight of rods or casing N60 = SPT N-uncorrected corrected for hammer efficiency G = Grain Size Analysis

MV = Unsuccessful Insitu Vane Shear Test attempt WO1P = Weight of one person N60 = (Hammer Efficiency Factor/60%)*N-uncorrected C = Consolidation Test

Remarks:

Stratification lines represent approximate boundaries between soil types; transitions may be gradual.

* Water level readings have been made at times and under conditions stated.  Groundwater fluctuations may occur due to conditions other
than those present at the time measurements were made. Boring No.: 4HB-AUG-101
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0
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25

S1

S2

1.17 - 3.00

3.00 - 7.00

SSA -0.58

-1.17

-3.00

-7.00

7" PAVEMENT.
0.58

7" CONCRETE.
1.17

Brown, damp, gravelly, fine to coarse SAND, little silt.

3.00
Olive-brown, moist, silty SAND,  trace gravel.

7.00
Bottom of Exploration at 7.00 feet below ground surface.

NO REFUSAL

G#239970

A-1-a, SM

WC=1.7%

G#239971

A-4, SM

WC=10.1%

Maine Department of Transportation Project: A 0.60 mile portion of Routes 11/202,

(Western Ave.)

Boring No.: HB-AUG-102

Soil/Rock Exploration Log
Location: Augusta-Manchester, Maine

US CUSTOMARY UNITS WIN: 4270.10

Driller: MaineDOT Elevation (ft.) Auger ID/OD: 5" Dia.

Operator: Giguere/Giles Datum: NAVD88 Sampler: Off Flights

Logged By: B. Wilder Rig Type: CME 45C Hammer Wt./Fall: N/A

Date Start/Finish: 12/20/11-12/20/11 Drilling Method: Solid Stem Auger Core Barrel: N/A

Boring Location: 107+00, 7.9 ft Lt. Casing ID/OD: N/A Water Level*: None Obsewrved

Hammer Efficiency Factor: Hammer Type: Automatic Hydraulic Rope & Cathead 

Definitions: R = Rock Core Sample Su = Insitu Field Vane Shear Strength (psf) Su(lab) = Lab Vane Shear Strength (psf)

D = Split Spoon Sample SSA = Solid Stem Auger Tv = Pocket Torvane Shear Strength (psf) WC = water content, percent

MD = Unsuccessful Split Spoon Sample attempt HSA = Hollow Stem Auger qp = Unconfined Compressive Strength (ksf) LL = Liquid Limit

U = Thin Wall Tube Sample RC = Roller Cone N-uncorrected = Raw field SPT N-value PL = Plastic Limit

MU = Unsuccessful Thin Wall Tube Sample attempt WOH = weight of 140lb. hammer Hammer Efficiency Factor = Annual Calibration Value PI = Plasticity Index

V = Insitu Vane Shear Test,    PP = Pocket Penetrometer WOR/C = weight of rods or casing N60 = SPT N-uncorrected corrected for hammer efficiency G = Grain Size Analysis

MV = Unsuccessful Insitu Vane Shear Test attempt WO1P = Weight of one person N60 = (Hammer Efficiency Factor/60%)*N-uncorrected C = Consolidation Test

Remarks:

Stratification lines represent approximate boundaries between soil types; transitions may be gradual.

* Water level readings have been made at times and under conditions stated.  Groundwater fluctuations may occur due to conditions other
than those present at the time measurements were made. Boring No.: HB-AUG-102
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0

5

10

15

20

25

1D

2D

3D

24/14

24/18

24/20

1.50 - 3.50

5.00 - 7.00

10.00 - 12.00

14/21/13/9

11/8/7/9

17/15/16/27

34

15

31

 48

 21

 43

SSA -0.58

-1.17

-5.20

-9.00

-12.00

7" PAVEMENT.
0.58

7" CONCRETE.
1.17

Brown, damp, dense, gravelly, fine to coarse SAND, little silt.

5.20
Light brown, wet, medium dense, sandy SILT, trace gravel.

9.00

Olive, moist, dense, sandy SILT, trace gravel.

12.00
Bottom of Exploration at 12.00 feet below ground surface.

NO REFUSAL

G#244653

A-1-a, SW-SM

WC=2.6%

G#244654

A-4, SM

WC=14.7%

G#244655

A-4, ML

WC=9.3%

Maine Department of Transportation Project: A 0.60 mile portion of Routes 11/202,

(Western Ave.)

Boring No.: HB-AUG-103

Soil/Rock Exploration Log
Location: Augusta-Manchester, Maine

US CUSTOMARY UNITS WIN: 4270.10

Driller: MaineDOT Elevation (ft.) Auger ID/OD: 5" Dia.

Operator: Giguere/Giles Datum: NAVD88 Sampler: Standard Split Spoon

Logged By: B. Wilder Rig Type: CME 45C Hammer Wt./Fall: 140#/30"

Date Start/Finish: 12/20/11; 09:30-10:00 Drilling Method: Solid Stem Auger Core Barrel: N/A

Boring Location: 109+00, 8.6 ft Lt. Casing ID/OD: N/A Water Level*: None Obsewrved

Hammer Efficiency Factor: 0.84 Hammer Type: Automatic Hydraulic Rope & Cathead 

Definitions: R = Rock Core Sample Su = Insitu Field Vane Shear Strength (psf) Su(lab) = Lab Vane Shear Strength (psf)

D = Split Spoon Sample SSA = Solid Stem Auger Tv = Pocket Torvane Shear Strength (psf) WC = water content, percent

MD = Unsuccessful Split Spoon Sample attempt HSA = Hollow Stem Auger qp = Unconfined Compressive Strength (ksf) LL = Liquid Limit

U = Thin Wall Tube Sample RC = Roller Cone N-uncorrected = Raw field SPT N-value PL = Plastic Limit

MU = Unsuccessful Thin Wall Tube Sample attempt WOH = weight of 140lb. hammer Hammer Efficiency Factor = Annual Calibration Value PI = Plasticity Index

V = Insitu Vane Shear Test,    PP = Pocket Penetrometer WOR/C = weight of rods or casing N60 = SPT N-uncorrected corrected for hammer efficiency G = Grain Size Analysis

MV = Unsuccessful Insitu Vane Shear Test attempt WO1P = Weight of one person N60 = (Hammer Efficiency Factor/60%)*N-uncorrected C = Consolidation Test

Remarks:

Stratification lines represent approximate boundaries between soil types; transitions may be gradual.

* Water level readings have been made at times and under conditions stated.  Groundwater fluctuations may occur due to conditions other
than those present at the time measurements were made. Boring No.: HB-AUG-103
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0
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20

25

SSA -0.58

-1.17

-4.50

7" PAVEMENT.
0.58

7" CONCRETE.
1.17

Brown, damp, gravelly, fine to coarse SAND, trace silt.

4.50
Bottom of Exploration at 4.50 feet below ground surface.

REFUSAL

Maine Department of Transportation Project: A 0.60 mile portion of Routes 11/202,

(Western Ave.)

Boring No.: HB-AUG-104

Soil/Rock Exploration Log
Location: Augusta-Manchester, Maine

US CUSTOMARY UNITS WIN: 4270.10

Driller: MaineDOT Elevation (ft.) Auger ID/OD: 5" Dia.

Operator: Giguere/Giles Datum: NAVD88 Sampler: Off Flights

Logged By: B. Wilder Rig Type: CME 45C Hammer Wt./Fall: N/A

Date Start/Finish: 12/20/11-12/20/11 Drilling Method: Solid Stem Auger Core Barrel: N/A

Boring Location: 110+50, 7.5 ft Lt. Casing ID/OD: N/A Water Level*: None Obsewrved

Hammer Efficiency Factor: Hammer Type: Automatic Hydraulic Rope & Cathead 

Definitions: R = Rock Core Sample Su = Insitu Field Vane Shear Strength (psf) Su(lab) = Lab Vane Shear Strength (psf)

D = Split Spoon Sample SSA = Solid Stem Auger Tv = Pocket Torvane Shear Strength (psf) WC = water content, percent

MD = Unsuccessful Split Spoon Sample attempt HSA = Hollow Stem Auger qp = Unconfined Compressive Strength (ksf) LL = Liquid Limit

U = Thin Wall Tube Sample RC = Roller Cone N-uncorrected = Raw field SPT N-value PL = Plastic Limit

MU = Unsuccessful Thin Wall Tube Sample attempt WOH = weight of 140lb. hammer Hammer Efficiency Factor = Annual Calibration Value PI = Plasticity Index

V = Insitu Vane Shear Test,    PP = Pocket Penetrometer WOR/C = weight of rods or casing N60 = SPT N-uncorrected corrected for hammer efficiency G = Grain Size Analysis

MV = Unsuccessful Insitu Vane Shear Test attempt WO1P = Weight of one person N60 = (Hammer Efficiency Factor/60%)*N-uncorrected C = Consolidation Test

Remarks:

Stratification lines represent approximate boundaries between soil types; transitions may be gradual.

* Water level readings have been made at times and under conditions stated.  Groundwater fluctuations may occur due to conditions other
than those present at the time measurements were made. Boring No.: HB-AUG-104
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S3 1.17 - 4.00

SSA -0.58

-1.17

-4.00

-7.00

7" PAVEMENT.
0.58

7" CONCRETE.
1.17

Brown, moist, fine to medium SAND, some garvel, some silt.

4.00
Olive, moist, silty, fine to medium SAND, little gravel.

7.00
Bottom of Exploration at 7.00 feet below ground surface.

NO REFUSAL

G#239972

A-2-4, SM

WC=6.2%

Maine Department of Transportation Project: A 0.60 mile portion of Routes 11/202,

(Western Ave.)

Boring No.: HB-AUG-105

Soil/Rock Exploration Log
Location: Augusta-Manchester, Maine

US CUSTOMARY UNITS WIN: 4270.10

Driller: MaineDOT Elevation (ft.) Auger ID/OD: 5" Dia.

Operator: Giguere/Giles Datum: NAVD88 Sampler: Off Flights

Logged By: B. Wilder Rig Type: CME 45C Hammer Wt./Fall: N/A

Date Start/Finish: 12/20/11-12/20/11 Drilling Method: Solid Stem Auger Core Barrel: N/A

Boring Location: 111+00, 7.3 ft Lt. Casing ID/OD: N/A Water Level*: None Obsewrved

Hammer Efficiency Factor: Hammer Type: Automatic Hydraulic Rope & Cathead 

Definitions: R = Rock Core Sample Su = Insitu Field Vane Shear Strength (psf) Su(lab) = Lab Vane Shear Strength (psf)

D = Split Spoon Sample SSA = Solid Stem Auger Tv = Pocket Torvane Shear Strength (psf) WC = water content, percent

MD = Unsuccessful Split Spoon Sample attempt HSA = Hollow Stem Auger qp = Unconfined Compressive Strength (ksf) LL = Liquid Limit

U = Thin Wall Tube Sample RC = Roller Cone N-uncorrected = Raw field SPT N-value PL = Plastic Limit

MU = Unsuccessful Thin Wall Tube Sample attempt WOH = weight of 140lb. hammer Hammer Efficiency Factor = Annual Calibration Value PI = Plasticity Index

V = Insitu Vane Shear Test,    PP = Pocket Penetrometer WOR/C = weight of rods or casing N60 = SPT N-uncorrected corrected for hammer efficiency G = Grain Size Analysis

MV = Unsuccessful Insitu Vane Shear Test attempt WO1P = Weight of one person N60 = (Hammer Efficiency Factor/60%)*N-uncorrected C = Consolidation Test

Remarks:

Stratification lines represent approximate boundaries between soil types; transitions may be gradual.

* Water level readings have been made at times and under conditions stated.  Groundwater fluctuations may occur due to conditions other
than those present at the time measurements were made. Boring No.: HB-AUG-105
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S4 3.00 - 12.00

SSA -0.58

-1.17

-3.00

-12.00

7" PAVEMENT.
0.58

7" CONCRETE.
1.17

Brown, moist, fine to medium SAND, little garvel, little silt. ≅S3

3.00
Olive-brown, wet, sandy SILT, trace gravel.

12.00
Bottom of Exploration at 12.00 feet below ground surface.

NO REFUSAL

G#239973

A-4, ML

WC=10.9%

Maine Department of Transportation Project: A 0.60 mile portion of Routes 11/202,

(Western Ave.)

Boring No.: HB-AUG-106

Soil/Rock Exploration Log
Location: Augusta-Manchester, Maine

US CUSTOMARY UNITS WIN: 4270.10

Driller: MaineDOT Elevation (ft.) Auger ID/OD: 5" Dia.

Operator: Giguere/Giles Datum: NAVD88 Sampler: Off Flights

Logged By: B. Wilder Rig Type: CME 45C Hammer Wt./Fall: N/A

Date Start/Finish: 12/20/11-12/20/11 Drilling Method: Solid Stem Auger Core Barrel: N/A

Boring Location: 112+00, 6.1 ft Lt. Casing ID/OD: N/A Water Level*: None Obsewrved

Hammer Efficiency Factor: Hammer Type: Automatic Hydraulic Rope & Cathead 

Definitions: R = Rock Core Sample Su = Insitu Field Vane Shear Strength (psf) Su(lab) = Lab Vane Shear Strength (psf)

D = Split Spoon Sample SSA = Solid Stem Auger Tv = Pocket Torvane Shear Strength (psf) WC = water content, percent

MD = Unsuccessful Split Spoon Sample attempt HSA = Hollow Stem Auger qp = Unconfined Compressive Strength (ksf) LL = Liquid Limit

U = Thin Wall Tube Sample RC = Roller Cone N-uncorrected = Raw field SPT N-value PL = Plastic Limit

MU = Unsuccessful Thin Wall Tube Sample attempt WOH = weight of 140lb. hammer Hammer Efficiency Factor = Annual Calibration Value PI = Plasticity Index

V = Insitu Vane Shear Test,    PP = Pocket Penetrometer WOR/C = weight of rods or casing N60 = SPT N-uncorrected corrected for hammer efficiency G = Grain Size Analysis

MV = Unsuccessful Insitu Vane Shear Test attempt WO1P = Weight of one person N60 = (Hammer Efficiency Factor/60%)*N-uncorrected C = Consolidation Test

Remarks:

Stratification lines represent approximate boundaries between soil types; transitions may be gradual.

* Water level readings have been made at times and under conditions stated.  Groundwater fluctuations may occur due to conditions other
than those present at the time measurements were made. Boring No.: HB-AUG-106
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SSA -0.58

-4.80

-7.30

7" PAVEMENT.
0.58

Brown, moist, fine to medium SAND, little garvel, little silt. ≅S3

4.80
Olive-brown, wet, silty, fine to coarse SAND, little gravel. ≅S4

7.30
Bottom of Exploration at 7.30 feet below ground surface.

REFUSAL

Maine Department of Transportation Project: A 0.60 mile portion of Routes 11/202,

(Western Ave.)

Boring No.: HB-AUG-107

Soil/Rock Exploration Log
Location: Augusta-Manchester, Maine

US CUSTOMARY UNITS WIN: 4270.10

Driller: MaineDOT Elevation (ft.) Auger ID/OD: 5" Dia.

Operator: Giguere/Giles Datum: NAVD88 Sampler: Off Flights

Logged By: B. Wilder Rig Type: CME 45C Hammer Wt./Fall: N/A

Date Start/Finish: 12/20/11-12/20/11 Drilling Method: Solid Stem Auger Core Barrel: N/A

Boring Location: 113+60, 4.8 ft Rt. Casing ID/OD: N/A Water Level*: None Obsewrved

Hammer Efficiency Factor: Hammer Type: Automatic Hydraulic Rope & Cathead 

Definitions: R = Rock Core Sample Su = Insitu Field Vane Shear Strength (psf) Su(lab) = Lab Vane Shear Strength (psf)

D = Split Spoon Sample SSA = Solid Stem Auger Tv = Pocket Torvane Shear Strength (psf) WC = water content, percent

MD = Unsuccessful Split Spoon Sample attempt HSA = Hollow Stem Auger qp = Unconfined Compressive Strength (ksf) LL = Liquid Limit

U = Thin Wall Tube Sample RC = Roller Cone N-uncorrected = Raw field SPT N-value PL = Plastic Limit

MU = Unsuccessful Thin Wall Tube Sample attempt WOH = weight of 140lb. hammer Hammer Efficiency Factor = Annual Calibration Value PI = Plasticity Index

V = Insitu Vane Shear Test,    PP = Pocket Penetrometer WOR/C = weight of rods or casing N60 = SPT N-uncorrected corrected for hammer efficiency G = Grain Size Analysis

MV = Unsuccessful Insitu Vane Shear Test attempt WO1P = Weight of one person N60 = (Hammer Efficiency Factor/60%)*N-uncorrected C = Consolidation Test

Remarks:

Stratification lines represent approximate boundaries between soil types; transitions may be gradual.

* Water level readings have been made at times and under conditions stated.  Groundwater fluctuations may occur due to conditions other
than those present at the time measurements were made. Boring No.: HB-AUG-107
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S5

S6

0.54 - 5.20

5.20 - 7.20

SSA -0.54

-5.20

-7.20

6½" PAVEMENT.
0.54

Brown, moist SAND,  some gravel, little silt.

5.20
Brown, wet, fine to coarse SAND, little gravel, some silt.

7.20
Bottom of Exploration at 7.20 feet below ground surface.

REFUSAL

G#239974

A-1-b, SW-SM

WC=2.2%

G#239975

A-1-b, SM

WC=6.7%

Maine Department of Transportation Project: A 0.60 mile portion of Routes 11/202,

(Western Ave.)

Boring No.: HB-AUG-108

Soil/Rock Exploration Log
Location: Augusta-Manchester, Maine

US CUSTOMARY UNITS WIN: 4270.10

Driller: MaineDOT Elevation (ft.) Auger ID/OD: 5" Dia.

Operator: Giguere/Giles Datum: NAVD88 Sampler: Off Flights

Logged By: B. Wilder Rig Type: CME 45C Hammer Wt./Fall: N/A

Date Start/Finish: 12/20/11-12/20/11 Drilling Method: Solid Stem Auger Core Barrel: N/A

Boring Location: 115+00, 12.4 ft Rt. Casing ID/OD: N/A Water Level*: None Obsewrved

Hammer Efficiency Factor: Hammer Type: Automatic Hydraulic Rope & Cathead 

Definitions: R = Rock Core Sample Su = Insitu Field Vane Shear Strength (psf) Su(lab) = Lab Vane Shear Strength (psf)

D = Split Spoon Sample SSA = Solid Stem Auger Tv = Pocket Torvane Shear Strength (psf) WC = water content, percent

MD = Unsuccessful Split Spoon Sample attempt HSA = Hollow Stem Auger qp = Unconfined Compressive Strength (ksf) LL = Liquid Limit

U = Thin Wall Tube Sample RC = Roller Cone N-uncorrected = Raw field SPT N-value PL = Plastic Limit

MU = Unsuccessful Thin Wall Tube Sample attempt WOH = weight of 140lb. hammer Hammer Efficiency Factor = Annual Calibration Value PI = Plasticity Index

V = Insitu Vane Shear Test,    PP = Pocket Penetrometer WOR/C = weight of rods or casing N60 = SPT N-uncorrected corrected for hammer efficiency G = Grain Size Analysis

MV = Unsuccessful Insitu Vane Shear Test attempt WO1P = Weight of one person N60 = (Hammer Efficiency Factor/60%)*N-uncorrected C = Consolidation Test

Remarks:

Stratification lines represent approximate boundaries between soil types; transitions may be gradual.

* Water level readings have been made at times and under conditions stated.  Groundwater fluctuations may occur due to conditions other
than those present at the time measurements were made. Boring No.: HB-AUG-108
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SSA -0.58

-3.80

-7.00

7" PAVEMENT.
0.58

Brown, moist, gravelly, fine to coarse SAND, trace silt. ≅S5

3.80
Brown, wet, fine to coarse SAND, little gravel, trace silt. ≅S6

7.00
Bottom of Exploration at 7.00 feet below ground surface.

NO REFUSAL

Maine Department of Transportation Project: A 0.60 mile portion of Routes 11/202,

(Western Ave.)

Boring No.: HB-AUG-109

Soil/Rock Exploration Log
Location: Augusta-Manchester, Maine

US CUSTOMARY UNITS WIN: 4270.10

Driller: MaineDOT Elevation (ft.) Auger ID/OD: 5" Dia.

Operator: Giguere/Giles Datum: NAVD88 Sampler: Off Flights

Logged By: B. Wilder Rig Type: CME 45C Hammer Wt./Fall: N/A

Date Start/Finish: 12/20/11-12/20/11 Drilling Method: Solid Stem Auger Core Barrel: N/A

Boring Location: 121+00, 41.4 ft Lt. Casing ID/OD: N/A Water Level*: None Obsewrved

Hammer Efficiency Factor: Hammer Type: Automatic Hydraulic Rope & Cathead 

Definitions: R = Rock Core Sample Su = Insitu Field Vane Shear Strength (psf) Su(lab) = Lab Vane Shear Strength (psf)

D = Split Spoon Sample SSA = Solid Stem Auger Tv = Pocket Torvane Shear Strength (psf) WC = water content, percent

MD = Unsuccessful Split Spoon Sample attempt HSA = Hollow Stem Auger qp = Unconfined Compressive Strength (ksf) LL = Liquid Limit

U = Thin Wall Tube Sample RC = Roller Cone N-uncorrected = Raw field SPT N-value PL = Plastic Limit

MU = Unsuccessful Thin Wall Tube Sample attempt WOH = weight of 140lb. hammer Hammer Efficiency Factor = Annual Calibration Value PI = Plasticity Index

V = Insitu Vane Shear Test,    PP = Pocket Penetrometer WOR/C = weight of rods or casing N60 = SPT N-uncorrected corrected for hammer efficiency G = Grain Size Analysis

MV = Unsuccessful Insitu Vane Shear Test attempt WO1P = Weight of one person N60 = (Hammer Efficiency Factor/60%)*N-uncorrected C = Consolidation Test

Remarks:

Stratification lines represent approximate boundaries between soil types; transitions may be gradual.

* Water level readings have been made at times and under conditions stated.  Groundwater fluctuations may occur due to conditions other
than those present at the time measurements were made. Boring No.: HB-AUG-109
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SSA -0.58

-4.10

7" PAVEMENT.
0.58

Brown, moist, gravelly, fine to coarse SAND, trace silt. ≅S5

4.10
Bottom of Exploration at 4.10 feet below ground surface.

REFUSAL

Maine Department of Transportation Project: A 0.60 mile portion of Routes 11/202,

(Western Ave.)

Boring No.: HB-AUG-110

Soil/Rock Exploration Log
Location: Augusta-Manchester, Maine

US CUSTOMARY UNITS WIN: 4270.10

Driller: MaineDOT Elevation (ft.) Auger ID/OD: 5" Dia.

Operator: Giguere/Giles Datum: NAVD88 Sampler: Off Flights

Logged By: B. Wilder Rig Type: CME 45C Hammer Wt./Fall: N/A

Date Start/Finish: 12/20/11-12/20/11 Drilling Method: Solid Stem Auger Core Barrel: N/A

Boring Location: 116+00, 37.8 ft Lt. Casing ID/OD: N/A Water Level*: None Obsewrved

Hammer Efficiency Factor: Hammer Type: Automatic Hydraulic Rope & Cathead 

Definitions: R = Rock Core Sample Su = Insitu Field Vane Shear Strength (psf) Su(lab) = Lab Vane Shear Strength (psf)

D = Split Spoon Sample SSA = Solid Stem Auger Tv = Pocket Torvane Shear Strength (psf) WC = water content, percent

MD = Unsuccessful Split Spoon Sample attempt HSA = Hollow Stem Auger qp = Unconfined Compressive Strength (ksf) LL = Liquid Limit

U = Thin Wall Tube Sample RC = Roller Cone N-uncorrected = Raw field SPT N-value PL = Plastic Limit

MU = Unsuccessful Thin Wall Tube Sample attempt WOH = weight of 140lb. hammer Hammer Efficiency Factor = Annual Calibration Value PI = Plasticity Index

V = Insitu Vane Shear Test,    PP = Pocket Penetrometer WOR/C = weight of rods or casing N60 = SPT N-uncorrected corrected for hammer efficiency G = Grain Size Analysis

MV = Unsuccessful Insitu Vane Shear Test attempt WO1P = Weight of one person N60 = (Hammer Efficiency Factor/60%)*N-uncorrected C = Consolidation Test

Remarks:

Stratification lines represent approximate boundaries between soil types; transitions may be gradual.

* Water level readings have been made at times and under conditions stated.  Groundwater fluctuations may occur due to conditions other
than those present at the time measurements were made. Boring No.: HB-AUG-110
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SSA -0.54

-1.08

-4.50

6½" PAVEMENT.
0.54

6½" CONCRETE.
1.08

Brown, moist, gravelly, fine to coarse SAND, trace silt. ≅S5

4.50
Bottom of Exploration at 4.50 feet below ground surface.

REFUSAL

Maine Department of Transportation Project: A 0.60 mile portion of Routes 11/202,

(Western Ave.)

Boring No.: HB-AUG-111

Soil/Rock Exploration Log
Location: Augusta-Manchester, Maine

US CUSTOMARY UNITS WIN: 4270.10

Driller: MaineDOT Elevation (ft.) Auger ID/OD: 5" Dia.

Operator: Giguere/Giles Datum: NAVD88 Sampler: Off Flights

Logged By: B. Wilder Rig Type: CME 45C Hammer Wt./Fall: N/A

Date Start/Finish: 12/20/11-12/20/11 Drilling Method: Solid Stem Auger Core Barrel: N/A

Boring Location: 111+75, 35.6 ft Lt. Casing ID/OD: N/A Water Level*: None Obsewrved

Hammer Efficiency Factor: Hammer Type: Automatic Hydraulic Rope & Cathead 

Definitions: R = Rock Core Sample Su = Insitu Field Vane Shear Strength (psf) Su(lab) = Lab Vane Shear Strength (psf)

D = Split Spoon Sample SSA = Solid Stem Auger Tv = Pocket Torvane Shear Strength (psf) WC = water content, percent

MD = Unsuccessful Split Spoon Sample attempt HSA = Hollow Stem Auger qp = Unconfined Compressive Strength (ksf) LL = Liquid Limit

U = Thin Wall Tube Sample RC = Roller Cone N-uncorrected = Raw field SPT N-value PL = Plastic Limit

MU = Unsuccessful Thin Wall Tube Sample attempt WOH = weight of 140lb. hammer Hammer Efficiency Factor = Annual Calibration Value PI = Plasticity Index

V = Insitu Vane Shear Test,    PP = Pocket Penetrometer WOR/C = weight of rods or casing N60 = SPT N-uncorrected corrected for hammer efficiency G = Grain Size Analysis

MV = Unsuccessful Insitu Vane Shear Test attempt WO1P = Weight of one person N60 = (Hammer Efficiency Factor/60%)*N-uncorrected C = Consolidation Test

Remarks:

Stratification lines represent approximate boundaries between soil types; transitions may be gradual.

* Water level readings have been made at times and under conditions stated.  Groundwater fluctuations may occur due to conditions other
than those present at the time measurements were made. Boring No.: HB-AUG-111
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S7

S8

0.58 - 3.10

3.10 - 7.00

SSA -0.58

-3.10

-7.00

7" PAVEMENT.
0.58

Brown, moist, fine to coarse SAND, some gravel, little silt.

3.10
Olive, wet, SILT, trace sand, trace gravel.

7.00
Bottom of Exploration at 7.00 feet below ground surface.

NO REFUSAL

G#244651

A-1-b, SM

WC=3.6%

G#244652

A-4, CL-ML

WC=20.9%

Maine Department of Transportation Project: A 0.60 mile portion of Routes 11/202,

(Western Ave.)

Boring No.: HB-AUG-112

Soil/Rock Exploration Log
Location: Augusta-Manchester, Maine

US CUSTOMARY UNITS WIN: 4270.10

Driller: MaineDOT Elevation (ft.) Auger ID/OD: 5" Dia.

Operator: Giguere/Giles Datum: NAVD88 Sampler: Off Flights

Logged By: B. Wilder Rig Type: CME 45C Hammer Wt./Fall: N/A

Date Start/Finish: 12/20/11-12/20/11 Drilling Method: Solid Stem Auger Core Barrel: N/A

Boring Location: 103+00, 10.7 ft Lt. Casing ID/OD: N/A Water Level*: None Obsewrved

Hammer Efficiency Factor: Hammer Type: Automatic Hydraulic Rope & Cathead 

Definitions: R = Rock Core Sample Su = Insitu Field Vane Shear Strength (psf) Su(lab) = Lab Vane Shear Strength (psf)

D = Split Spoon Sample SSA = Solid Stem Auger Tv = Pocket Torvane Shear Strength (psf) WC = water content, percent

MD = Unsuccessful Split Spoon Sample attempt HSA = Hollow Stem Auger qp = Unconfined Compressive Strength (ksf) LL = Liquid Limit

U = Thin Wall Tube Sample RC = Roller Cone N-uncorrected = Raw field SPT N-value PL = Plastic Limit

MU = Unsuccessful Thin Wall Tube Sample attempt WOH = weight of 140lb. hammer Hammer Efficiency Factor = Annual Calibration Value PI = Plasticity Index

V = Insitu Vane Shear Test,    PP = Pocket Penetrometer WOR/C = weight of rods or casing N60 = SPT N-uncorrected corrected for hammer efficiency G = Grain Size Analysis

MV = Unsuccessful Insitu Vane Shear Test attempt WO1P = Weight of one person N60 = (Hammer Efficiency Factor/60%)*N-uncorrected C = Consolidation Test

Remarks:

Stratification lines represent approximate boundaries between soil types; transitions may be gradual.

* Water level readings have been made at times and under conditions stated.  Groundwater fluctuations may occur due to conditions other
than those present at the time measurements were made. Boring No.: HB-AUG-112
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HSA -0.58

-4.50

-8.10

7" TOPSOIL, sod and roots.
0.58

Brown, wet, medium dense, silty SAND, trace gravel.

4.50

Brown ,wet, medium dense silty SAND, little gravel.

Very dense at 7.0 ft bgs.

8.10
Bottom of Exploration at 8.10 feet below ground surface.

REFUSAL

G#244656

A-4, SM

WC=11.0%

G#244657

A-4, SM

WC=13.4%

Maine Department of Transportation Project: A 0.60 mile portion of Routes 11/202,

(Western Ave.)

Boring No.: HB-AUG-201

Soil/Rock Exploration Log
Location: Augusta-Manchester, Maine

US CUSTOMARY UNITS WIN: 4270.10

Driller: Northern Test Boring Elevation (ft.) Auger ID/OD: 2.25-6.25"

Operator: Mike/Adam Datum: NAVD88 Sampler: Standard Split Spoon

Logged By: B. Wilder Rig Type: Diedrich D-50 Track Hammer Wt./Fall: 140#/30"

Date Start/Finish: 1/17/2012; 12:00-12:20 Drilling Method: Hollow Stem Auger Core Barrel: N/A

Boring Location: 105+39, 27.8 ft Rt. Casing ID/OD: N/A Water Level*: 6.5 ft bgs

Hammer Efficiency Factor: 0.768 Hammer Type: Automatic Hydraulic Rope & Cathead 

Definitions: R = Rock Core Sample Su = Insitu Field Vane Shear Strength (psf) Su(lab) = Lab Vane Shear Strength (psf)

D = Split Spoon Sample SSA = Solid Stem Auger Tv = Pocket Torvane Shear Strength (psf) WC = water content, percent

MD = Unsuccessful Split Spoon Sample attempt HSA = Hollow Stem Auger qp = Unconfined Compressive Strength (ksf) LL = Liquid Limit

U = Thin Wall Tube Sample RC = Roller Cone N-uncorrected = Raw field SPT N-value PL = Plastic Limit

MU = Unsuccessful Thin Wall Tube Sample attempt WOH = weight of 140lb. hammer Hammer Efficiency Factor = Annual Calibration Value PI = Plasticity Index

V = Insitu Vane Shear Test,    PP = Pocket Penetrometer WOR/C = weight of rods or casing N60 = SPT N-uncorrected corrected for hammer efficiency G = Grain Size Analysis

MV = Unsuccessful Insitu Vane Shear Test attempt WO1P = Weight of one person N60 = (Hammer Efficiency Factor/60%)*N-uncorrected C = Consolidation Test

Remarks:

Stratification lines represent approximate boundaries between soil types; transitions may be gradual.

* Water level readings have been made at times and under conditions stated.  Groundwater fluctuations may occur due to conditions other
than those present at the time measurements were made. Boring No.: HB-AUG-201
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Station Offset Depth Reference G.S.D.C. W.C. L.L. P.I.

(Feet) (Feet) (Feet) Number Sheet % Unified AASHTO Frost

107+00 7.9 Lt. 1.17-3.0 239970 1 1.7 SM A-1-a II

107+00 7.9 Lt. 3.0-7.0 239971 1 10.1 SM A-4 III

109+00 8.6 Lt. 1.5-3.5 244653 1 2.6 SW-SM A-1-a 0

109+00 8.6 Lt. 5.0-7.0 244654 1 14.7 SM A-4 III

109+00 8.6 Lt. 10.0-12.0 244655 1 9.3 ML A-4 IV

111+00 7.3 Lt. 1.17-4.0 239972 2 6.2 SM A-2-4 II

112+00 6.1 Lt. 3.0-12.0 239973 2 10.9 ML A-4 IV

115+00 12.4 Rt. 0.54-5.2 239974 2 2.2 SW-SM A-1-b 0

115+00 12.4 Rt. 5.2-7.2 239975 2 6.7 SM A-1-b II

103+00 10.7 Lt. 0.58-3.1 244651 3 3.6 SM A-1-b II

103+00 10.7 Lt. 3.1-7.0 244652 3 20.9 CL-ML A-4 IV

105+39 27.8 Rt. 2.5-4.5 244656 3 11.0 SM A-4 III

105+39 27.8 Rt. 5.0-7.0 244657 3 13.4 SM A-4 III

Classification of these soil samples is in accordance with AASHTO Classification System M-145-40. This classification

is followed by the "Frost Susceptibility Rating" from zero (non-frost susceptible) to Class IV (highly frost susceptible).

The "Frost Susceptibility Rating" is based upon the MaineDOT and Corps of Engineers Classification Systems.

GSDC = Grain Size Distribution Curve as determined by AASHTO T 88-93 (1996) and/or ASTM D 422-63 (Reapproved 1998)

WC = water content as determined by AASHTO T 265-93 and/or ASTM D 2216-98

LL = Liquid limit as determined by AASHTO T 89-96 and/or ASTM D 4318-98

PI = Plasticity Index as determined by AASHTO 90-96 and/or ASTM D4318-98

NP = Non Plastic

Borings are not in Station order.

HB-AUG-108, S6

HB-AUG-112, S7

HB-AUG-112, S8

HB-AUG-201, 1D

HB-AUG-201, 2D

HB-AUG-105, S3

 Identification Number 

HB-AUG-102, S1

Work Number: 4270.10

HB-AUG-102, S2

HB-AUG-108, S5

HB-AUG-106, S4

Classification

HB-AUG-103, 2D

HB-AUG-103, 3D

State of Maine - Department of Transportation

Laboratory Testing Summary Sheet

Town(s): Augusta
Boring & Sample

HB-AUG-103, 1D

1 of 1
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Reference No.

239970

M a i n e  D O T ,  M a t e r i a l s  T e s t i n g  &  E x p l o r a t i o n ,  2 1 9  H o g a n  R o a d ,  B a n g o r ,  M a i n e  0 4 4 0 1

Sample Description

GEOTECHNICAL (DISTURBED)

Sampler: WILDER, BRUCE H

Location: ROADWAY

Sampled

12/20/2011

Received

3/16/2012

Miscellaneous Tests

Comments:

Station: 107+00 Offset, ft: 7.9 LT Dbfg, ft: 1.17-3.0

Boring No./Sample No.

HB-AUG-102/S1

Liquid Limit @ 25 blows
(T 89), %

Plastic Limit (T 90), %

Plasticity Index (T 90), %

Specific Gravity, Corrected to 
20°C (T 100)

Loss on Ignition (T 267)

Sample Type: GEOTECHNICAL

Depth 

taken in 

tube, ft tons/ft² tons/ft²

3 In.

tons/ft² tons/ft²

6 In. Water 

Content, 

%

Description of Material Sampled at the 

Various Tube Depths

Vane Shear Test on Shelby Tubes (Maine DOT)

Direct Shear (T 236)

Shear Angle, °

Normal Stress, psi

Initial Water Content, %

Wet Density, lbs/ft³

Dry Density, lbs/ft³

Specimen Thickness, in

Water Content (T 265), %

1.7

Loss, % H2O, %

Paper Copy:  Lab File; Project File; Geotech File

Reported by: FOGG, BRIAN  Date Reported: 3/29/2012

S  A  M  P  L  E      I  N  F  O  R  M  A  T  I  O  N

A  U  T  H  O  R  I  Z  A  T  I  O  N       A  N  D       D  I  S  T  R  I  B  U  T  I  O  N

T  E  S  T     R  E  S  U  L  T  S

U. Shear Remold U. Shear Remold

Sieve Analysis (T 27, 

T 11)

3 in. [75.0 mm]

⅜ in. [9.5 mm] 78.3

¾ in. [19.0 mm] 100.0

½ in. [12.5 mm] 84.5

SIEVE SIZE
U.S. [SI]

%
 Passing

¼ in. [6.3 mm] 66.0

No. 4 [4.75 mm] 60.9

No. 10 [2.00 mm] 48.0

1 in. [25.0 mm] 100.0

No. 20 [0.850 mm] 36.5

No. 40 [0.425 mm] 27.5

No. 200 [0.075 mm] 13.9

No. 60 [0.250 mm] 22.7

No. 100 [0.150 mm] 18.6

Wash Method

Procedure A

GEOTECHNICAL TEST REPORT

Central Laboratory

Consolidation (T 216)

Trimmings, Water Content, %

Initial Final
Void

Ratio

%

Strain

Water Content, %

Dry Density, lbs/ft³

Void Ratio

Saturation, %

Pmin

Pp

Pmax

Cc/C'c

WIN/Town 004270.10 - AUGUSTA



Reference No.

239971

M a i n e  D O T ,  M a t e r i a l s  T e s t i n g  &  E x p l o r a t i o n ,  2 1 9  H o g a n  R o a d ,  B a n g o r ,  M a i n e  0 4 4 0 1

Sample Description

GEOTECHNICAL (DISTURBED)

Sampler: WILDER, BRUCE H

Location: ROADWAY

Sampled

12/20/2011

Received

3/16/2012

Miscellaneous Tests

Comments:

Station: 107+00 Offset, ft: 7.9 LT Dbfg, ft: 3.0-7.0

Boring No./Sample No.

HB-AUG-102/S2

Liquid Limit @ 25 blows
(T 89), %

Plastic Limit (T 90), %

Plasticity Index (T 90), %

Specific Gravity, Corrected to 
20°C (T 100)

Loss on Ignition (T 267)

Sample Type: GEOTECHNICAL

Depth 

taken in 

tube, ft tons/ft² tons/ft²

3 In.

tons/ft² tons/ft²

6 In. Water 

Content, 

%

Description of Material Sampled at the 

Various Tube Depths

Vane Shear Test on Shelby Tubes (Maine DOT)

Direct Shear (T 236)

Shear Angle, °

Normal Stress, psi

Initial Water Content, %

Wet Density, lbs/ft³

Dry Density, lbs/ft³

Specimen Thickness, in

Water Content (T 265), %

10.1

Loss, % H2O, %

Paper Copy:  Lab File; Project File; Geotech File

Reported by: FOGG, BRIAN  Date Reported: 3/30/2012

S  A  M  P  L  E      I  N  F  O  R  M  A  T  I  O  N

A  U  T  H  O  R  I  Z  A  T  I  O  N       A  N  D       D  I  S  T  R  I  B  U  T  I  O  N

T  E  S  T     R  E  S  U  L  T  S

U. Shear Remold U. Shear Remold

Sieve Analysis (T 27, 

T 11)

3 in. [75.0 mm]

⅜ in. [9.5 mm] 96.7

¾ in. [19.0 mm] 100.0

½ in. [12.5 mm] 97.6

SIEVE SIZE
U.S. [SI]

%
 Passing

¼ in. [6.3 mm] 94.2

No. 4 [4.75 mm] 92.7

No. 10 [2.00 mm] 86.3

1 in. [25.0 mm]

No. 20 [0.850 mm] 79.0

No. 40 [0.425 mm] 70.0

No. 200 [0.075 mm] 39.5

No. 60 [0.250 mm] 59.9

No. 100 [0.150 mm] 50.8

Wash Method

Procedure A

GEOTECHNICAL TEST REPORT

Central Laboratory

Consolidation (T 216)

Trimmings, Water Content, %

Initial Final
Void

Ratio

%

Strain

Water Content, %

Dry Density, lbs/ft³

Void Ratio

Saturation, %

Pmin

Pp

Pmax

Cc/C'c

WIN/Town 004270.10 - AUGUSTA



Reference No.

244653

M a i n e  D O T ,  M a t e r i a l s  T e s t i n g  &  E x p l o r a t i o n ,  2 1 9  H o g a n  R o a d ,  B a n g o r ,  M a i n e  0 4 4 0 1

Sample Description

GEOTECHNICAL (DISTURBED)

Sampler: WILDER, BRUCE H

Location: ROADWAY

Sampled

12/20/2011

Received

3/16/2012

Miscellaneous Tests

Comments:

Station: 109+00 Offset, ft: 8.6 LT Dbfg, ft: 1.5-3.5

Boring No./Sample No.

HB-AUG-103/1D

Liquid Limit @ 25 blows
(T 89), %

Plastic Limit (T 90), %

Plasticity Index (T 90), %

Specific Gravity, Corrected to 
20°C (T 100)

Loss on Ignition (T 267)

Sample Type: GEOTECHNICAL

Depth 

taken in 

tube, ft tons/ft² tons/ft²

3 In.

tons/ft² tons/ft²

6 In. Water 

Content, 

%

Description of Material Sampled at the 

Various Tube Depths

Vane Shear Test on Shelby Tubes (Maine DOT)

Direct Shear (T 236)

Shear Angle, °

Normal Stress, psi

Initial Water Content, %

Wet Density, lbs/ft³

Dry Density, lbs/ft³

Specimen Thickness, in

Water Content (T 265), %

2.6

Loss, % H2O, %

Paper Copy:  Lab File; Project File; Geotech File

Reported by: FOGG, BRIAN  Date Reported: 3/29/2012

S  A  M  P  L  E      I  N  F  O  R  M  A  T  I  O  N

A  U  T  H  O  R  I  Z  A  T  I  O  N       A  N  D       D  I  S  T  R  I  B  U  T  I  O  N

T  E  S  T     R  E  S  U  L  T  S

U. Shear Remold U. Shear Remold

Sieve Analysis (T 27, 

T 11)

3 in. [75.0 mm]

⅜ in. [9.5 mm] 74.8

¾ in. [19.0 mm] 88.4

½ in. [12.5 mm] 81.3

SIEVE SIZE
U.S. [SI]

%
 Passing

¼ in. [6.3 mm] 67.1

No. 4 [4.75 mm] 62.8

No. 10 [2.00 mm] 49.0

1 in. [25.0 mm] 93.5

No. 20 [0.850 mm] 37.1

No. 40 [0.425 mm] 27.5

No. 200 [0.075 mm] 10.7

No. 60 [0.250 mm] 20.7

No. 100 [0.150 mm] 15.9

Wash Method

Procedure A

GEOTECHNICAL TEST REPORT

Central Laboratory

Consolidation (T 216)

Trimmings, Water Content, %

Initial Final
Void

Ratio

%

Strain

Water Content, %

Dry Density, lbs/ft³

Void Ratio

Saturation, %

Pmin

Pp

Pmax

Cc/C'c

WIN/Town 004270.10 - AUGUSTA



Reference No.

244654

M a i n e  D O T ,  M a t e r i a l s  T e s t i n g  &  E x p l o r a t i o n ,  2 1 9  H o g a n  R o a d ,  B a n g o r ,  M a i n e  0 4 4 0 1

Sample Description

GEOTECHNICAL (DISTURBED)

Sampler: WILDER, BRUCE H

Location: ROADWAY

Sampled

12/20/2011

Received

3/16/2012

Miscellaneous Tests

Comments:

Station: 109+00 Offset, ft: 8.6 LT Dbfg, ft: 5.0-7.0

Boring No./Sample No.

HB-AUG-103/2D

Liquid Limit @ 25 blows
(T 89), %

Plastic Limit (T 90), %

Plasticity Index (T 90), %

Specific Gravity, Corrected to 
20°C (T 100)

Loss on Ignition (T 267)

Sample Type: GEOTECHNICAL

Depth 

taken in 

tube, ft tons/ft² tons/ft²

3 In.

tons/ft² tons/ft²

6 In. Water 

Content, 

%

Description of Material Sampled at the 

Various Tube Depths

Vane Shear Test on Shelby Tubes (Maine DOT)

Direct Shear (T 236)

Shear Angle, °

Normal Stress, psi

Initial Water Content, %

Wet Density, lbs/ft³

Dry Density, lbs/ft³

Specimen Thickness, in

Water Content (T 265), %

14.7

Loss, % H2O, %

Paper Copy:  Lab File; Project File; Geotech File

Reported by: FOGG, BRIAN  Date Reported: 3/29/2012

S  A  M  P  L  E      I  N  F  O  R  M  A  T  I  O  N

A  U  T  H  O  R  I  Z  A  T  I  O  N       A  N  D       D  I  S  T  R  I  B  U  T  I  O  N

T  E  S  T     R  E  S  U  L  T  S

U. Shear Remold U. Shear Remold

Sieve Analysis (T 27, 

T 11)

3 in. [75.0 mm]

⅜ in. [9.5 mm] 94.7

¾ in. [19.0 mm] 100.0

½ in. [12.5 mm] 97.0

SIEVE SIZE
U.S. [SI]

%
 Passing

¼ in. [6.3 mm] 91.5

No. 4 [4.75 mm] 90.5

No. 10 [2.00 mm] 86.6

1 in. [25.0 mm] 100.0

No. 20 [0.850 mm] 81.6

No. 40 [0.425 mm] 75.5

No. 200 [0.075 mm] 46.2

No. 60 [0.250 mm] 68.7

No. 100 [0.150 mm] 59.8

Wash Method

Procedure A

GEOTECHNICAL TEST REPORT

Central Laboratory

Consolidation (T 216)

Trimmings, Water Content, %

Initial Final
Void

Ratio

%

Strain

Water Content, %

Dry Density, lbs/ft³

Void Ratio

Saturation, %

Pmin

Pp

Pmax

Cc/C'c

WIN/Town 004270.10 - AUGUSTA



Reference No.

244655

M a i n e  D O T ,  M a t e r i a l s  T e s t i n g  &  E x p l o r a t i o n ,  2 1 9  H o g a n  R o a d ,  B a n g o r ,  M a i n e  0 4 4 0 1

Sample Description

GEOTECHNICAL (DISTURBED)

Sampler: WILDER, BRUCE H

Location: ROADWAY

Sampled

12/20/2011

Received

3/16/2012

Miscellaneous Tests

Comments:

Station: 109+00 Offset, ft: 8.6 LT Dbfg, ft: 10.0-12.0

Boring No./Sample No.

HB-AUG-103/3D

Liquid Limit @ 25 blows
(T 89), %

Plastic Limit (T 90), %

Plasticity Index (T 90), %

Specific Gravity, Corrected to 
20°C (T 100)

Loss on Ignition (T 267)

Sample Type: GEOTECHNICAL

Depth 

taken in 

tube, ft tons/ft² tons/ft²

3 In.

tons/ft² tons/ft²

6 In. Water 

Content, 

%

Description of Material Sampled at the 

Various Tube Depths

Vane Shear Test on Shelby Tubes (Maine DOT)

Direct Shear (T 236)

Shear Angle, °

Normal Stress, psi

Initial Water Content, %

Wet Density, lbs/ft³

Dry Density, lbs/ft³

Specimen Thickness, in

Water Content (T 265), %

9.3

Loss, % H2O, %

Paper Copy:  Lab File; Project File; Geotech File

Reported by: FOGG, BRIAN  Date Reported: 3/30/2012

S  A  M  P  L  E      I  N  F  O  R  M  A  T  I  O  N

A  U  T  H  O  R  I  Z  A  T  I  O  N       A  N  D       D  I  S  T  R  I  B  U  T  I  O  N

T  E  S  T     R  E  S  U  L  T  S

U. Shear Remold U. Shear Remold

Sieve Analysis (T 27, 

T 11)

3 in. [75.0 mm]

⅜ in. [9.5 mm] 95.2

¾ in. [19.0 mm] 95.5

½ in. [12.5 mm]

SIEVE SIZE
U.S. [SI]

%
 Passing

¼ in. [6.3 mm] 93.9

No. 4 [4.75 mm] 92.7

No. 10 [2.00 mm] 89.4

1 in. [25.0 mm] 100.0

No. 20 [0.850 mm] 84.9

No. 40 [0.425 mm] 78.8

No. 200 [0.075 mm] 51.1

No. 60 [0.250 mm] 71.0

No. 100 [0.150 mm] 62.8

Wash Method

Procedure A

GEOTECHNICAL TEST REPORT

Central Laboratory

Consolidation (T 216)

Trimmings, Water Content, %

Initial Final
Void

Ratio

%

Strain

Water Content, %

Dry Density, lbs/ft³

Void Ratio

Saturation, %

Pmin

Pp

Pmax

Cc/C'c

WIN/Town 004270.10 - AUGUSTA



Reference No.

239972

M a i n e  D O T ,  M a t e r i a l s  T e s t i n g  &  E x p l o r a t i o n ,  2 1 9  H o g a n  R o a d ,  B a n g o r ,  M a i n e  0 4 4 0 1

Sample Description

GEOTECHNICAL (DISTURBED)

Sampler: WILDER, BRUCE H

Location: ROADWAY

Sampled

12/20/2011

Received

3/16/2012

Miscellaneous Tests

Comments:

Station: 111+00 Offset, ft: 7.3 LT Dbfg, ft: 1.17-4.0

Boring No./Sample No.

HB-AUG-105/S3

Liquid Limit @ 25 blows
(T 89), %

Plastic Limit (T 90), %

Plasticity Index (T 90), %

Specific Gravity, Corrected to 
20°C (T 100)

Loss on Ignition (T 267)

Sample Type: GEOTECHNICAL

Depth 

taken in 

tube, ft tons/ft² tons/ft²

3 In.

tons/ft² tons/ft²

6 In. Water 

Content, 

%

Description of Material Sampled at the 

Various Tube Depths

Vane Shear Test on Shelby Tubes (Maine DOT)

Direct Shear (T 236)

Shear Angle, °

Normal Stress, psi

Initial Water Content, %

Wet Density, lbs/ft³

Dry Density, lbs/ft³

Specimen Thickness, in

Water Content (T 265), %

6.2

Loss, % H2O, %

Paper Copy:  Lab File; Project File; Geotech File

Reported by: FOGG, BRIAN  Date Reported: 3/30/2012

S  A  M  P  L  E      I  N  F  O  R  M  A  T  I  O  N

A  U  T  H  O  R  I  Z  A  T  I  O  N       A  N  D       D  I  S  T  R  I  B  U  T  I  O  N

T  E  S  T     R  E  S  U  L  T  S

U. Shear Remold U. Shear Remold

Sieve Analysis (T 27, 

T 11)

3 in. [75.0 mm] 100.0

⅜ in. [9.5 mm] 79.6

¾ in. [19.0 mm] 90.2

½ in. [12.5 mm] 84.0

SIEVE SIZE
U.S. [SI]

%
 Passing

¼ in. [6.3 mm] 74.9

No. 4 [4.75 mm] 72.1

No. 10 [2.00 mm] 65.3

1 in. [25.0 mm] 90.2

No. 20 [0.850 mm] 58.2

No. 40 [0.425 mm] 51.0

No. 200 [0.075 mm] 29.8

No. 60 [0.250 mm] 45.0

No. 100 [0.150 mm] 38.3

Wash Method

Procedure A

GEOTECHNICAL TEST REPORT

Central Laboratory

Consolidation (T 216)

Trimmings, Water Content, %

Initial Final
Void

Ratio

%

Strain

Water Content, %

Dry Density, lbs/ft³

Void Ratio

Saturation, %

Pmin

Pp

Pmax

Cc/C'c

WIN/Town 004270.10 - AUGUSTA



Reference No.

239973

M a i n e  D O T ,  M a t e r i a l s  T e s t i n g  &  E x p l o r a t i o n ,  2 1 9  H o g a n  R o a d ,  B a n g o r ,  M a i n e  0 4 4 0 1

Sample Description

GEOTECHNICAL (DISTURBED)

Sampler: WILDER, BRUCE H

Location: ROADWAY

Sampled

12/20/2011

Received

3/16/2012

Miscellaneous Tests

Comments:

Station: 112+00 Offset, ft: 6.1 LT Dbfg, ft: 3.0-12.0

Boring No./Sample No.

HB-AUG-106/S4

Liquid Limit @ 25 blows
(T 89), %

Plastic Limit (T 90), %

Plasticity Index (T 90), %

Specific Gravity, Corrected to 
20°C (T 100)

Loss on Ignition (T 267)

Sample Type: GEOTECHNICAL

Depth 

taken in 

tube, ft tons/ft² tons/ft²

3 In.

tons/ft² tons/ft²

6 In. Water 

Content, 

%

Description of Material Sampled at the 

Various Tube Depths

Vane Shear Test on Shelby Tubes (Maine DOT)

Direct Shear (T 236)

Shear Angle, °

Normal Stress, psi

Initial Water Content, %

Wet Density, lbs/ft³

Dry Density, lbs/ft³

Specimen Thickness, in

Water Content (T 265), %

10.9

Loss, % H2O, %

Paper Copy:  Lab File; Project File; Geotech File

Reported by: FOGG, BRIAN  Date Reported: 3/30/2012

S  A  M  P  L  E      I  N  F  O  R  M  A  T  I  O  N

A  U  T  H  O  R  I  Z  A  T  I  O  N       A  N  D       D  I  S  T  R  I  B  U  T  I  O  N

T  E  S  T     R  E  S  U  L  T  S

U. Shear Remold U. Shear Remold

Sieve Analysis (T 27, 

T 11)

3 in. [75.0 mm]

⅜ in. [9.5 mm] 98.4

¾ in. [19.0 mm] 98.4

½ in. [12.5 mm] 98.4

SIEVE SIZE
U.S. [SI]

%
 Passing

¼ in. [6.3 mm] 97.3

No. 4 [4.75 mm] 96.4

No. 10 [2.00 mm] 92.4

1 in. [25.0 mm] 100.0

No. 20 [0.850 mm] 86.9

No. 40 [0.425 mm] 80.0

No. 200 [0.075 mm] 51.4

No. 60 [0.250 mm] 71.4

No. 100 [0.150 mm] 62.9

Wash Method

Procedure A

GEOTECHNICAL TEST REPORT

Central Laboratory

Consolidation (T 216)

Trimmings, Water Content, %

Initial Final
Void

Ratio

%

Strain

Water Content, %

Dry Density, lbs/ft³

Void Ratio

Saturation, %

Pmin

Pp

Pmax

Cc/C'c

WIN/Town 004270.10 - AUGUSTA



Reference No.

239974

M a i n e  D O T ,  M a t e r i a l s  T e s t i n g  &  E x p l o r a t i o n ,  2 1 9  H o g a n  R o a d ,  B a n g o r ,  M a i n e  0 4 4 0 1

Sample Description

GEOTECHNICAL (DISTURBED)

Sampler: WILDER, BRUCE H

Location: ROADWAY

Sampled

12/20/2011

Received

3/16/2012

Miscellaneous Tests

Comments:

Station: 115+00 Offset, ft: 12.4 RT Dbfg, ft: 0.54-5.2

Boring No./Sample No.

HB-AUG-108/S5

Liquid Limit @ 25 blows
(T 89), %

Plastic Limit (T 90), %

Plasticity Index (T 90), %

Specific Gravity, Corrected to 
20°C (T 100)

Loss on Ignition (T 267)

Sample Type: GEOTECHNICAL

Depth 

taken in 

tube, ft tons/ft² tons/ft²

3 In.

tons/ft² tons/ft²

6 In. Water 

Content, 

%

Description of Material Sampled at the 

Various Tube Depths

Vane Shear Test on Shelby Tubes (Maine DOT)

Direct Shear (T 236)

Shear Angle, °

Normal Stress, psi

Initial Water Content, %

Wet Density, lbs/ft³

Dry Density, lbs/ft³

Specimen Thickness, in

Water Content (T 265), %

2.2

Loss, % H2O, %

Paper Copy:  Lab File; Project File; Geotech File

Reported by: FOGG, BRIAN  Date Reported: 3/30/2012

S  A  M  P  L  E      I  N  F  O  R  M  A  T  I  O  N

A  U  T  H  O  R  I  Z  A  T  I  O  N       A  N  D       D  I  S  T  R  I  B  U  T  I  O  N

T  E  S  T     R  E  S  U  L  T  S

U. Shear Remold U. Shear Remold

Sieve Analysis (T 27, 

T 11)

3 in. [75.0 mm]

⅜ in. [9.5 mm] 77.4

¾ in. [19.0 mm] 88.4

½ in. [12.5 mm] 83.8

SIEVE SIZE
U.S. [SI]

%
 Passing

¼ in. [6.3 mm] 70.7

No. 4 [4.75 mm] 66.7

No. 10 [2.00 mm] 56.2

1 in. [25.0 mm] 95.7

No. 20 [0.850 mm] 40.3

No. 40 [0.425 mm] 25.7

No. 200 [0.075 mm] 11.1

No. 60 [0.250 mm] 19.1

No. 100 [0.150 mm] 15.0

Wash Method

Procedure A

GEOTECHNICAL TEST REPORT

Central Laboratory

Consolidation (T 216)

Trimmings, Water Content, %

Initial Final
Void

Ratio

%

Strain

Water Content, %

Dry Density, lbs/ft³

Void Ratio

Saturation, %

Pmin

Pp

Pmax

Cc/C'c

WIN/Town 004270.10 - AUGUSTA



Reference No.

239975

M a i n e  D O T ,  M a t e r i a l s  T e s t i n g  &  E x p l o r a t i o n ,  2 1 9  H o g a n  R o a d ,  B a n g o r ,  M a i n e  0 4 4 0 1

Sample Description

GEOTECHNICAL (DISTURBED)

Sampler: WILDER, BRUCE H

Location: ROADWAY

Sampled

12/20/2011

Received

3/16/2012

Miscellaneous Tests

Comments:

Station: 115+00 Offset, ft: 12.4 RT Dbfg, ft: 5.2-7.2

Boring No./Sample No.

HB-AUG-108/S6

Liquid Limit @ 25 blows
(T 89), %

Plastic Limit (T 90), %

Plasticity Index (T 90), %

Specific Gravity, Corrected to 
20°C (T 100)

Loss on Ignition (T 267)

Sample Type: GEOTECHNICAL

Depth 

taken in 

tube, ft tons/ft² tons/ft²

3 In.

tons/ft² tons/ft²

6 In. Water 

Content, 

%

Description of Material Sampled at the 

Various Tube Depths

Vane Shear Test on Shelby Tubes (Maine DOT)

Direct Shear (T 236)

Shear Angle, °

Normal Stress, psi

Initial Water Content, %

Wet Density, lbs/ft³

Dry Density, lbs/ft³

Specimen Thickness, in

Water Content (T 265), %

6.7

Loss, % H2O, %

Paper Copy:  Lab File; Project File; Geotech File

Reported by: FOGG, BRIAN  Date Reported: 3/30/2012

S  A  M  P  L  E      I  N  F  O  R  M  A  T  I  O  N

A  U  T  H  O  R  I  Z  A  T  I  O  N       A  N  D       D  I  S  T  R  I  B  U  T  I  O  N

T  E  S  T     R  E  S  U  L  T  S

U. Shear Remold U. Shear Remold

Sieve Analysis (T 27, 

T 11)

3 in. [75.0 mm]

⅜ in. [9.5 mm] 91.1

¾ in. [19.0 mm] 100.0

½ in. [12.5 mm] 97.1

SIEVE SIZE
U.S. [SI]

%
 Passing

¼ in. [6.3 mm] 85.8

No. 4 [4.75 mm] 82.4

No. 10 [2.00 mm] 72.2

1 in. [25.0 mm]

No. 20 [0.850 mm] 55.7

No. 40 [0.425 mm] 40.5

No. 200 [0.075 mm] 20.2

No. 60 [0.250 mm] 32.0

No. 100 [0.150 mm] 26.8

Wash Method

Procedure A

GEOTECHNICAL TEST REPORT

Central Laboratory

Consolidation (T 216)

Trimmings, Water Content, %

Initial Final
Void

Ratio

%

Strain

Water Content, %

Dry Density, lbs/ft³

Void Ratio

Saturation, %

Pmin

Pp

Pmax

Cc/C'c

WIN/Town 004270.10 - AUGUSTA



Reference No.

244651

M a i n e  D O T ,  M a t e r i a l s  T e s t i n g  &  E x p l o r a t i o n ,  2 1 9  H o g a n  R o a d ,  B a n g o r ,  M a i n e  0 4 4 0 1

Sample Description

GEOTECHNICAL (DISTURBED)

Sampler: WILDER, BRUCE H

Location: ROADWAY

Sampled

12/20/2011

Received

3/16/2012

Miscellaneous Tests

Comments:

Station: 103+00 Offset, ft: 10.7 LT Dbfg, ft: 0.58-3.1

Boring No./Sample No.

HB-AUG-112/S7

Liquid Limit @ 25 blows
(T 89), %

Plastic Limit (T 90), %

Plasticity Index (T 90), %

Specific Gravity, Corrected to 
20°C (T 100)

Loss on Ignition (T 267)

Sample Type: GEOTECHNICAL

Depth 

taken in 

tube, ft tons/ft² tons/ft²

3 In.

tons/ft² tons/ft²

6 In. Water 

Content, 

%

Description of Material Sampled at the 

Various Tube Depths

Vane Shear Test on Shelby Tubes (Maine DOT)

Direct Shear (T 236)

Shear Angle, °

Normal Stress, psi

Initial Water Content, %

Wet Density, lbs/ft³

Dry Density, lbs/ft³

Specimen Thickness, in

Water Content (T 265), %

3.6

Loss, % H2O, %

Paper Copy:  Lab File; Project File; Geotech File

Reported by: FOGG, BRIAN  Date Reported: 3/30/2012

S  A  M  P  L  E      I  N  F  O  R  M  A  T  I  O  N

A  U  T  H  O  R  I  Z  A  T  I  O  N       A  N  D       D  I  S  T  R  I  B  U  T  I  O  N

T  E  S  T     R  E  S  U  L  T  S

U. Shear Remold U. Shear Remold

Sieve Analysis (T 27, 

T 11)

3 in. [75.0 mm]

⅜ in. [9.5 mm] 83.9

¾ in. [19.0 mm] 98.1

½ in. [12.5 mm] 88.9

SIEVE SIZE
U.S. [SI]

%
 Passing

¼ in. [6.3 mm] 78.6

No. 4 [4.75 mm] 74.6

No. 10 [2.00 mm] 63.9

1 in. [25.0 mm] 100.0

No. 20 [0.850 mm] 49.2

No. 40 [0.425 mm] 33.8

No. 200 [0.075 mm] 14.9

No. 60 [0.250 mm] 25.4

No. 100 [0.150 mm] 20.0

Wash Method

Procedure A

GEOTECHNICAL TEST REPORT

Central Laboratory

Consolidation (T 216)

Trimmings, Water Content, %

Initial Final
Void

Ratio

%

Strain

Water Content, %

Dry Density, lbs/ft³

Void Ratio

Saturation, %

Pmin

Pp

Pmax

Cc/C'c

WIN/Town 004270.10 - AUGUSTA



Reference No.

244652

M a i n e  D O T ,  M a t e r i a l s  T e s t i n g  &  E x p l o r a t i o n ,  2 1 9  H o g a n  R o a d ,  B a n g o r ,  M a i n e  0 4 4 0 1

Sample Description

GEOTECHNICAL (DISTURBED)

Sampler: WILDER, BRUCE H

Location: ROADWAY

Sampled

12/20/2011

Received

3/16/2012

Miscellaneous Tests

Comments:

Station: 103+00 Offset, ft: 10.7 LT Dbfg, ft: 3.1-7.0

Boring No./Sample No.

HB-AUG-112/S8

Liquid Limit @ 25 blows
(T 89), %

Plastic Limit (T 90), %

Plasticity Index (T 90), %

Specific Gravity, Corrected to 
20°C (T 100)

Loss on Ignition (T 267)

Sample Type: GEOTECHNICAL

Depth 

taken in 

tube, ft tons/ft² tons/ft²

3 In.

tons/ft² tons/ft²

6 In. Water 

Content, 

%

Description of Material Sampled at the 

Various Tube Depths

Vane Shear Test on Shelby Tubes (Maine DOT)

Direct Shear (T 236)

Shear Angle, °

Normal Stress, psi

Initial Water Content, %

Wet Density, lbs/ft³

Dry Density, lbs/ft³

Specimen Thickness, in

Water Content (T 265), %

20.9

Loss, % H2O, %

Paper Copy:  Lab File; Project File; Geotech File

Reported by: FOGG, BRIAN  Date Reported: 3/30/2012

S  A  M  P  L  E      I  N  F  O  R  M  A  T  I  O  N

A  U  T  H  O  R  I  Z  A  T  I  O  N       A  N  D       D  I  S  T  R  I  B  U  T  I  O  N

T  E  S  T     R  E  S  U  L  T  S

U. Shear Remold U. Shear Remold

Sieve Analysis (T 27, 

T 11)

3 in. [75.0 mm]

⅜ in. [9.5 mm] 100.0

¾ in. [19.0 mm]

½ in. [12.5 mm] 100.0

SIEVE SIZE
U.S. [SI]

%
 Passing

¼ in. [6.3 mm] 99.9

No. 4 [4.75 mm] 99.6

No. 10 [2.00 mm] 99.1

1 in. [25.0 mm]

No. 20 [0.850 mm] 98.0

No. 40 [0.425 mm] 96.2

No. 200 [0.075 mm] 89.2

No. 60 [0.250 mm] 94.3

No. 100 [0.150 mm] 92.2

Wash Method

Procedure A

GEOTECHNICAL TEST REPORT

Central Laboratory

Consolidation (T 216)

Trimmings, Water Content, %

Initial Final
Void

Ratio

%

Strain

Water Content, %

Dry Density, lbs/ft³

Void Ratio

Saturation, %

Pmin

Pp

Pmax

Cc/C'c

WIN/Town 004270.10 - AUGUSTA



Reference No.

244656

M a i n e  D O T ,  M a t e r i a l s  T e s t i n g  &  E x p l o r a t i o n ,  2 1 9  H o g a n  R o a d ,  B a n g o r ,  M a i n e  0 4 4 0 1

Sample Description

GEOTECHNICAL (DISTURBED)

Sampler: WILDER, BRUCE H

Location: ROADWAY

Sampled

1/17/2012

Received

3/16/2012

Miscellaneous Tests

Comments:

Station: 105+39 Offset, ft: 27.8 RT Dbfg, ft: 2.5-4.5

Boring No./Sample No.

HB-AUG-201/1D

Liquid Limit @ 25 blows
(T 89), %

Plastic Limit (T 90), %

Plasticity Index (T 90), %

Specific Gravity, Corrected to 
20°C (T 100)

Loss on Ignition (T 267)

Sample Type: GEOTECHNICAL

Depth 

taken in 

tube, ft tons/ft² tons/ft²

3 In.

tons/ft² tons/ft²

6 In. Water 

Content, 

%

Description of Material Sampled at the 

Various Tube Depths

Vane Shear Test on Shelby Tubes (Maine DOT)

Direct Shear (T 236)

Shear Angle, °

Normal Stress, psi

Initial Water Content, %

Wet Density, lbs/ft³

Dry Density, lbs/ft³

Specimen Thickness, in

Water Content (T 265), %

11.0

Loss, % H2O, %

Paper Copy:  Lab File; Project File; Geotech File

Reported by: FOGG, BRIAN  Date Reported: 3/30/2012

S  A  M  P  L  E      I  N  F  O  R  M  A  T  I  O  N

A  U  T  H  O  R  I  Z  A  T  I  O  N       A  N  D       D  I  S  T  R  I  B  U  T  I  O  N

T  E  S  T     R  E  S  U  L  T  S

U. Shear Remold U. Shear Remold

Sieve Analysis (T 27, 

T 11)

3 in. [75.0 mm]

⅜ in. [9.5 mm] 96.3

¾ in. [19.0 mm] 100.0

½ in. [12.5 mm] 98.4

SIEVE SIZE
U.S. [SI]

%
 Passing

¼ in. [6.3 mm] 95.3

No. 4 [4.75 mm] 94.1

No. 10 [2.00 mm] 90.2

1 in. [25.0 mm]

No. 20 [0.850 mm] 84.6

No. 40 [0.425 mm] 76.9

No. 200 [0.075 mm] 44.5

No. 60 [0.250 mm] 68.7

No. 100 [0.150 mm] 58.2

Wash Method

Procedure A

GEOTECHNICAL TEST REPORT

Central Laboratory

Consolidation (T 216)

Trimmings, Water Content, %

Initial Final
Void

Ratio

%

Strain

Water Content, %

Dry Density, lbs/ft³

Void Ratio

Saturation, %

Pmin

Pp

Pmax

Cc/C'c

WIN/Town 004270.10 - AUGUSTA



Reference No.

244657

M a i n e  D O T ,  M a t e r i a l s  T e s t i n g  &  E x p l o r a t i o n ,  2 1 9  H o g a n  R o a d ,  B a n g o r ,  M a i n e  0 4 4 0 1

Sample Description

GEOTECHNICAL (DISTURBED)

Sampler: WILDER, BRUCE H

Location: ROADWAY

Sampled

1/17/2012

Received

3/16/2012

Miscellaneous Tests

Comments:

Station: 105+39 Offset, ft: 27.8 RT Dbfg, ft: 53.0-7.0

Boring No./Sample No.

HB-AUG-201/2D

Liquid Limit @ 25 blows
(T 89), %

Plastic Limit (T 90), %

Plasticity Index (T 90), %

Specific Gravity, Corrected to 
20°C (T 100)

Loss on Ignition (T 267)

Sample Type: GEOTECHNICAL

Depth 

taken in 

tube, ft tons/ft² tons/ft²

3 In.

tons/ft² tons/ft²

6 In. Water 

Content, 

%

Description of Material Sampled at the 

Various Tube Depths

Vane Shear Test on Shelby Tubes (Maine DOT)

Direct Shear (T 236)

Shear Angle, °

Normal Stress, psi

Initial Water Content, %

Wet Density, lbs/ft³

Dry Density, lbs/ft³

Specimen Thickness, in

Water Content (T 265), %

13.4

Loss, % H2O, %

Paper Copy:  Lab File; Project File; Geotech File

Reported by: FOGG, BRIAN  Date Reported: 3/30/2012

S  A  M  P  L  E      I  N  F  O  R  M  A  T  I  O  N

A  U  T  H  O  R  I  Z  A  T  I  O  N       A  N  D       D  I  S  T  R  I  B  U  T  I  O  N

T  E  S  T     R  E  S  U  L  T  S

U. Shear Remold U. Shear Remold

Sieve Analysis (T 27, 

T 11)

3 in. [75.0 mm]

⅜ in. [9.5 mm] 88.6

¾ in. [19.0 mm] 88.9

½ in. [12.5 mm] 88.9

SIEVE SIZE
U.S. [SI]

%
 Passing

¼ in. [6.3 mm] 87.5

No. 4 [4.75 mm] 87.1

No. 10 [2.00 mm] 83.6

1 in. [25.0 mm] 92.9

No. 20 [0.850 mm] 77.6

No. 40 [0.425 mm] 69.8

No. 200 [0.075 mm] 42.4

No. 60 [0.250 mm] 62.6

No. 100 [0.150 mm] 53.7

Wash Method

Procedure A

GEOTECHNICAL TEST REPORT

Central Laboratory

Consolidation (T 216)

Trimmings, Water Content, %

Initial Final
Void

Ratio

%

Strain

Water Content, %

Dry Density, lbs/ft³

Void Ratio

Saturation, %

Pmin

Pp

Pmax

Cc/C'c

WIN/Town 004270.10 - AUGUSTA



4270.10 Augusta

Concrete Edge Summary

Edge of Concrete Edge of Concrete

Station (feet) Left of C/L (feet) C/L Right of C/L (feet) Comments

119+00 - - No Clear Indication of Concrete

118+00 - - "     "

117+00 - - "     "

116+00 - - "     "

115+00 - - "     "

114+00 26.80 3.20

113+00 24.75 5.20

112+00 22.95 6.70

111+00 22.25 7.75

110+00 22.58 7.72

109+00 22.98 7.32

108+00 23.35 7.20

107+00 24.00 6.80

106+00 24.35 5.65

105+00 24.18 5.82

104+00 24.10 3.85

103+00 24.77 * * See Note Below

102+00 22.18 7.82

101+00 19.85 9.86

100+00 16.69 13.40

99+00 15.00 15.00

98+00 15.69 14.31

97+00 16.00 14.00

96+00 - - No Clear Indication of Concrete

95+00 - - "     "

94+00 - - "     "

* Right Edge of Concrete at this station was actually Left of Centerline. 1.05 Feet Left of Centerline. Possible Utility Trench.



Ground Penetrating Radar (GPR) Notes 

4270.10 Augusta – Route #202 
 

Ground Penetrating Radar (GPR) data was collected on project 4270.10 on July 10
th

, 2012, in an effort to 

identify bedrock from station 110+00 to 116+00. The Departments 400 megahertz ground coupled 

antenna was deployed utilizing a three wheel/walk behind cart. Data was collected using a scan of 

18/foot. 

Data was collected in both the right and left paved shoulder area. Data in the right shoulder did not 

provide a clear indication of bedrock presence and was not reported. Data in the left shoulder, at an 

offset of approximately 38 feet from construction centerline provided strong reflections at the top of 

bedrock from station 110+00 to 110+87 and from station 114+81 to 115+77 (see Photo I, below). 

 

Photo 1: Bedrock reflection from approximately 110+30 to 110+87 

GPR data was “ground truthed” utilizing Geotechnical boring information. For the section from 110+00 

to 110+87, the closest available boring location was at 111+75, offset 35.6 feet left (HB-AUG-111). This 

boring indicated a refusal at 4.5 feet. For the section from station 114+81 to 115+77, the boring located 

at station 116+00, offset 37.8 feet left (HB-AUG-110) was used for ground truthing. Refusal at this 

location was 4.1 feet. 

A summary of the GPR results is attached. 

 

Prepared by: 

Stephen Colson – MaineDOT 

        

 



4270.10 Augusta 

Western Ave. (Rte. 202) 

Depth to Bedrock Using GPR 

       

Station Offset 

Depth 

(In.) 
 

Station Offset 

Depth 

(In.) 
110+01 38 feet - left 54.29 

 

114+81 38 feet - left 51.94 

110+02 38 feet - left 56.37 

 

114+82 38 feet - left 50.13 

110+03 38 feet - left 55.98 

 

114+83 38 feet - left 50.32 

110+04 38 feet - left 53.61 

 

114+84 38 feet - left 50.45 

110+05 38 feet - left 53.35 

 

114+85 38 feet - left 50.96 

110+06 38 feet - left 54.00 

 

114+86 38 feet - left 51.19 

110+07 38 feet - left 56.01 

 

114+87 38 feet - left 51.07 

110+08 38 feet - left 56.93 

 

114+88 38 feet - left 51.98 

110+09 38 feet - left 54.89 

 

114+89 38 feet - left 53.13 

110+10 38 feet - left 52.86 

 

114+90 38 feet - left 53.57 

110+11 38 feet - left 57.04 

 

114+91 38 feet - left 52.64 

110+12 38 feet - left 56.87 

 

114+92 38 feet - left 51.05 

110+13 38 feet - left 56.70 

 

114+93 38 feet - left 50.67 

110+14 38 feet - left 56.03 

 

114+94 38 feet - left 50.82 

110+15 38 feet - left 53.57 

 

114+95 38 feet - left 50.79 

110+16 38 feet - left 55.03 

 

114+96 38 feet - left 50.86 

110+17 38 feet - left 56.96 

 

114+97 38 feet - left 50.38 

110+18 38 feet - left 57.04 

 

114+98 38 feet - left 50.11 

110+19 38 feet - left 56.26 

 

114+99 38 feet - left 50.10 

110+20 38 feet - left 55.70 

 

115+00 38 feet - left 50.25 

110+21 38 feet - left 57.00 

 

115+01 38 feet - left 50.33 

110+22 38 feet - left 57.04 

 

115+02 38 feet - left 50.75 

110+23 38 feet - left 57.04 

 

115+03 38 feet - left 50.77 

110+24 38 feet - left 57.04 

 

115+04 38 feet - left 50.42 

110+25 38 feet - left 57.04 

 

115+05 38 feet - left 51.04 

110+26 38 feet - left 56.78 

 

115+06 38 feet - left 50.89 

110+27 38 feet - left 56.85 

 

115+07 38 feet - left 50.85 

110+28 38 feet - left 56.89 

 

115+08 38 feet - left 50.90 

110+29 38 feet - left 56.07 

 

115+09 38 feet - left 51.38 

110+30 38 feet - left 55.42 

 

115+10 38 feet - left 52.24 

110+31 38 feet - left 54.63 

 

115+11 38 feet - left 51.38 

110+32 38 feet - left 53.59 

 

115+12 38 feet - left 52.32 

110+33 38 feet - left 54.28 

 

115+13 38 feet - left 52.52 

110+34 38 feet - left 54.11 

 

115+14 38 feet - left 52.58 

110+35 38 feet - left 53.52 

 

115+15 38 feet - left 52.98 

110+36 38 feet - left 53.85 

 

115+16 38 feet - left 52.93 

110+37 38 feet - left 55.90 

 

115+17 38 feet - left 52.73 

110+38 38 feet - left 56.68 

 

115+18 38 feet - left 52.68 

110+39 38 feet - left 57.04 

 

115+19 38 feet - left 52.81 

110+40 38 feet - left 57.08 

 

115+20 38 feet - left 52.29 

110+41 38 feet - left 57.04 

 

115+21 38 feet - left 52.38 

110+42 38 feet - left 57.04 

 

115+22 38 feet - left 52.33 



110+43 38 feet - left 57.04 

 

115+23 38 feet - left 52.07 

110+44 38 feet - left 57.04 

 

115+24 38 feet - left 50.18 

110+45 38 feet - left 56.72 

 

115+25 38 feet - left 49.61 

110+46 38 feet - left 55.64 

 

115+26 38 feet - left 50.61 

110+47 38 feet - left 55.88 

 

115+27 38 feet - left 49.68 

110+48 38 feet - left 56.89 

 

115+28 38 feet - left 50.05 

110+49 38 feet - left 57.04 

 

115+29 38 feet - left 51.32 

110+50 38 feet - left 57.04 

 

115+30 38 feet - left 50.27 

110+51 38 feet - left 57.04 

 

115+31 38 feet - left 49.94 

110+52 38 feet - left 57.02 

 

115+32 38 feet - left 49.20 

110+53 38 feet - left 56.81 

 

115+33 38 feet - left 47.87 

110+54 38 feet - left 56.37 

 

115+34 38 feet - left 46.92 

110+55 38 feet - left 56.12 

 

115+35 38 feet - left 48.87 

110+56 38 feet - left 55.27 

 

115+36 38 feet - left 48.95 

110+57 38 feet - left 55.88 

 

115+37 38 feet - left 48.79 

110+58 38 feet - left 56.68 

 

115+38 38 feet - left 48.73 

110+59 38 feet - left 57.04 

 

115+39 38 feet - left 48.74 

110+60 38 feet - left 58.47 

 

115+40 38 feet - left 48.80 

110+61 38 feet - left 61.18 

 

115+41 38 feet - left 48.66 

110+62 38 feet - left 61.31 

 

115+42 38 feet - left 47.87 

110+63 38 feet - left 58.36 

 

115+43 38 feet - left 47.48 

110+64 38 feet - left 56.03 

 

115+44 38 feet - left 47.32 

110+65 38 feet - left 55.83 

 

115+45 38 feet - left 47.60 

110+66 38 feet - left 55.04 

 

115+46 38 feet - left 47.83 

110+67 38 feet - left 55.84 

 

115+47 38 feet - left 46.94 

110+68 38 feet - left 56.68 

 

115+48 38 feet - left 47.02 

110+69 38 feet - left 56.22 

 

115+49 38 feet - left 48.32 

110+70 38 feet - left 56.03 

 

115+50 38 feet - left 49.36 

110+71 38 feet - left 56.20 

 

115+51 38 feet - left 49.24 

110+72 38 feet - left 56.76 

 

115+52 38 feet - left 49.13 

110+73 38 feet - left 53.57 

 

115+53 38 feet - left 48.94 

110+74 38 feet - left 52.60 

 

115+54 38 feet - left 48.58 

110+75 38 feet - left 52.34 

 

115+55 38 feet - left 48.49 

110+76 38 feet - left 52.34 

 

115+56 38 feet - left 48.43 

110+77 38 feet - left 52.04 

 

115+57 38 feet - left 48.04 

110+78 38 feet - left 51.69 

 

115+58 38 feet - left 47.89 

110+79 38 feet - left 51.24 

 

115+59 38 feet - left 47.65 

110+80 38 feet - left 51.32 

 

115+60 38 feet - left 47.85 

110+81 38 feet - left 52.42 

 

115+61 38 feet - left 49.08 

110+82 38 feet - left 52.84 

 

115+62 38 feet - left 49.05 

110+83 38 feet - left 52.81 

 

115+63 38 feet - left 48.80 

110+84 38 feet - left 52.23 

 

115+64 38 feet - left 48.79 

110+85 38 feet - left 52.40 

 

115+65 38 feet - left 49.05 

110+86 38 feet - left 52.21 

 

115+66 38 feet - left 49.13 

110+87 38 feet - left 53.29 

 

115+67 38 feet - left 48.40 

    

115+68 38 feet - left 49.52 

    

115+69 38 feet - left 49.60 

    

115+70 38 feet - left 49.56 

    

115+71 38 feet - left 50.10 

    

115+72 38 feet - left 50.44 



    

115+73 38 feet - left 50.98 

    

115+74 38 feet - left 51.03 

    

115+75 38 feet - left 51.01 

    

115+76 38 feet - left 50.93 

    

115+77 38 feet - left 51.42 

 



 

 

Appendix D 

Calculations 

 



Retaining walls and wingwalls
Rockwood Brook
Augusta, Maine

By: KB
January 2013

Retataining Wall and Wingwall Active Earth Pressures: 

Effective active earth pressure coefficient:

Rankine Theory - Active Earth Pressure from MaineDOT Bridge Design Guide Section

3.6.5.2, pg 3-7

β 0 deg⋅:= slope angle of backfill soils from horizontal

ϕa 34 deg⋅:= assumed effective friction angle for dense gravelly sand

Ka tan 45 deg⋅
ϕa

2
−









2

:=
Ka 0.28=

Service Limit State Bearing Resistance -  Medium Dense silty
SAND:

Nominal and factored Bearing Resistance 

Presumptive Bearing Resistance for Service Limit State ONLY

Reference: AASHTO LRFD Bridge Design Specifications 5th Edition

Table C10.6.2.6.1-1 Presumptive Bearing Resistances for Spread Footings at the 

Service Limit State Modified after US Department of Navy (1982)

Type of Bearing Material:  Silty SAND or sandy SILT, trace to little gravel

Consistency In Place:  medium dense 

Bearing Resistance:  Ordinary Range (ksf)  

8 - 14 ksf  for medium dense to dense

Recommended Value of Use:  5 ksf

tsf g
ton

ft
2









⋅:=Recommended Value: 5 ksf⋅ 2.5 tsf⋅=

Note: This bearing resistance is settlement limited (1 inch) and applies only a the service limit

state.

Characteristics of Native Soils at foundation level

Gray-brown, wet, dense gravelly fine SAND (fill)

wc .11:= estimated water content

e 0.65:= estimated void ratio

γw 62.4pcf:= unit weight of water

sp 2.67:= estimated specific gravity

saturation
sat

wc sp⋅( )

e
:= sat 0.4518=

D-1



Retaining walls and wingwalls
Rockwood Brook
Augusta, Maine

By: KB
January 2013

total unit weight

γt

sp sat e⋅+( ) γw⋅

1 e+( )
:=

γt 112.1 pcf⋅=

saturated unit weight

γsat

sp e+( ) γw⋅

1 e+( )
:=

γsat 126 pcf⋅=

Strength Limit State Bearing Resistance -  Native Soils:

Nominal and factored Bearing Resistance for box culvert and wing walls

Assumptions

1.  Wingwalls will be embedded 1.5 feet below streambed

Df 1.5ft:=

2.  Assumed parameters based on granular fill

γt 112.1 pcf⋅=
Moist unit weight

γsat 125.6 pcf⋅=
Saturated unit weight

Angle of internal friction ϕb 34deg:=

Undrained shear strength c 0.psf:=

Dw 0ft:=
Depth to groundwater

3.  L > B, so use Terzaghi strip foundation equations

B 4ft:=
Terzaghi shape factors

sc 1.0:=

sγ 1.0:=
Meyerhof bearing capacity 

factors Nc 42.14:=

Nq 29.4:=

Nγ 31.1:=
Effective stress at footing level

qeff Dw γt⋅ Df Dw−( ) γsat γw−( )⋅+:=

qeff 95 psf⋅=

Nominal Bearing Resistance

qnom c Nc⋅ sc⋅ qeff Nq⋅+ 0.5 γsat γw−( )⋅ B⋅ Nγ⋅ sγ⋅+:=

qnom 6.714 ksf⋅=

Resistance Factor from LRFD Table 10.5.5.2.2-1, pg 10-32 Φb 0.45:=

qfactored qnom Φb⋅:= qfactored 3.02 ksf⋅=

D-2



Retaining walls and wingwalls
Rockwood Brook
Augusta, Maine

By: KB
January 2013

For these walls, the Strength limit state controls.

Factored Bearing Resistance of 3 ksf should be used.

Nominal and factored Bearing Resistance for retaining walls

Assumptions

1.  Retaining walls will be embedded 1.0 feet 

Df 1.0ft:=

2.  Assumed parameters based on granular fill

γt 112.1 pcf⋅=
Moist unit weight

γsat 125.6 pcf⋅=
Saturated unit weight

Angle of internal friction ϕb 34deg:=

Undrained shear strength c 0.psf:=

Dw 5ft:=
Depth to groundwater

3.  L > B, so use Terzaghi strip foundation equations

B 4ft:=
Terzaghi shape factors

sc 1.0:=

sγ 1.0:=
Meyerhof bearing capacity 

factors Nc 42.14:=

Nq 29.4:=

Nγ 31.1:=
Effective stress at footing level

qeff Dw γt⋅ Df Dw−( ) γsat γw−( )⋅+:=

qeff 308 psf⋅=

Nominal Bearing Resistance

qnom c Nc⋅ sc⋅ qeff Nq⋅+ 0.5 γsat γw−( )⋅ B⋅ Nγ⋅ sγ⋅+:=

qnom 12.977 ksf⋅=

Resistance Factor from LRFD Table 10.5.5.2.2-1, pg 10-32 Φb 0.45:=

qfactored qnom Φb⋅:= qfactored 5.84 ksf⋅=

For these walls, the Service limit state controls.

Factored Bearing Resistance of 5 ksf should be used.

D-3




