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Concrete Admixtures

REF Product Name Recertification DueLatest NTPEP Testing Type Other 
Information

 

Aerix Industries www.aerixindustries.com

17-058 Aerlite N/A ASTM C 869 Foaming Agent 12/28/2022

BASF Corporation www.master-builders-solutions.basf.us

00-009 MasterPozzolith 200 CADD-2018-01-032 A, D 12/19/2022

BASF Corporation www.master-builders-solutions.basf.us

19-040 Master X-Seed 55 CADD-2017-01-058 S Strength 
Enhancing

5/7/2024

24-000 MasterAir AE 200 CADD-2016-01-030 AASHTO M 154 Air Entraining 12/19/2022

10-061 MasterAir AE 400 CADD-2016-01-029 AASHTO M 154 Air Entraining 12/19/2022

25-000 MasterAir AE 90 CADD-2016-01-031 AASHTO M 154 Air Entraining 12/19/2022

06-067 MasterCell 30 and  CI 30 N/A ASTM C 869 Foaming Agent 12/19/2022

05-039 MasterGlenium 1466 CADD-2016-01-142 A, F CADD-2016-01-
143

12/19/2022

01-025 MasterGlenium 3030 CADD-2016-01-104 A, F CADD-2016-01-
103

12/19/2022

04-042 MasterGlenium 3400 CADD-2016-01-099 F 12/19/2022

07-027 MasterGlenium 7500 CADD-2019-01-064 A, F CADD-2019-01-
040

12/19/2022

15-003 MasterGlenium 7620 N/A 12/19/2022

07-066 MasterGlenium 7700 CADD-2016-01-097 F 12/19/2022

09-016 MasterGlenium 7710 CADD-2016-01-100  F 12/19/2022

09-067 MasterLife ASR 30 CADD-2017-01-043 S ASR Inhibiting 12/19/2022

18-090 MasterLife CI 222 CADD-2015-01-034 S Corrosion 
Inhibitor

1/7/2024
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98-27 MasterLife CI 30 CADD-2016-01-115 C 12/19/2022

27-000 MasterLife SF 100 N/A AASHTO M 307 Silica Fume 12/19/2022

17-046 MasterLife SRA 035 CADD-2016-01-102 S Shrinkage 
Reducing

10/29/2023

09-006 MasterLife SRA 20 CADD-2015-01-033 S Shrinkage 
Reducing

12/19/2022

07-026 MasterMatrix 33 CADD-2015-01-089 S Rheology Control 12/19/2022

04-053 MasterMatrix UW 450 N/A Anti-Washout 12/19/2022

02-072 MasterMatrix VMA 358 CADD-2015-01-090 S Viscosity Modifier 12/19/2022

06-062 MasterMatrix VMA 362 CADD-2015-01-091 S Viscosity Modifier 12/19/2022

04-023 MasterPolyheed 1020 CADD-2015-01-068 A, F CADD-2015-01-
069

12/19/2022

03-066 MasterPolyheed 1025 CADD-2016-01-140 A, F CADD-2016-01-
141

12/19/2022

11-105 MasterPolyheed 1725 CADD-2015-01-064 A, F CADD-2015-01-
065

12/19/2022

03-049 MasterPolyheed 900 CADD-2019-01-039 A 12/19/2022

28-000 MasterPolyheed 997 CADD-2015-01-071 F 12/19/2022

29-000 MasterRheobuild 1000 CADD-2015-01-070 F 12/19/2022

07-011 MasterSet AC 534 CADD-2015-01-070 C 12/19/2022

99-056 MasterSet DELVO CADD-2018-01-039 B, D 12/19/2022

02-058 MasterSet FP 20 CADD-2016-01-096 C, E 12/19/2022

30-000 MasterSet R 100 CADD-2016-01-098 D 12/19/2022

10-062 MasterSet R 961 CADD-2018-01-041 B, D 12/19/2022
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09-051 MasterSure 1390 CADD-2010-02-017 12/19/2022

09-069 MasterSure Z 60 CADD-2017-01-029 S Workability-
Retaining

12/19/2022

Euclid Chemical Co. www.euclidchemical.com

16-054 Accelguard G3 CADD-2016-01-005 C, E 11/28/2021

04-018 Accelguard HE CADD-2014-01-062 C, E 12/11/2022

18-017 Accelguard NCA CADD-2019-01-001 C, E CADD-2019-01-
002

3/30/2023

18-124 Eucon AEA 92 CADD-2015-01-112 AASHTO M 154 Air Entraining 2/25/2024

18-020 Eucon Air Mac6 CADD-2016-01-036 AASHTO M 154 Air Entraining 3/30/2023

18-013 Eucon Air Mix 200 CADD-2017-01-056 AASHTO M 154 Air Entraining 3/30/2023

18-079 Eucon Air Mix 250 CADD-2017-01-057 AASHTO M 154 Air Entraining 3/30/2023

18-005 Eucon CIA CADD-2017-01-081 C, E CADD 2017-01-
082

3/30/2023

18-123 Eucon MR CADD-2018-01-001 A, F CADD-2018-01-
002

Mid Range 2/25/2024

18-009 Eucon MSA N/A AASHTO M 307 Silica Fume 3/30/2023

18-010 Eucon Retarder 75 CADD-2017-01-090 B, D CADD-2017-01-
089

3/30/2023

18-037 Eucon SE CADD-2016-01-027 A, D CADD-2016-01-
032

9/12/2023

18-008 Eucon Stasis CADD-2015-01-116 D 3/30/2023

18-021 Plastol 341 S CADD-2015-01-117 A, F CADD-2015-01-
118

3/30/2023

17-077 Plastol 5000 CADD-2018-01-043 A, F CADD-2018-01-
044

12/28/2022

18-125 Plastol 6400 CADD-2016-01-002 F High Range 2/25/2024
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20-064 Plastol 6420 CADD-2016-01-003 A, F CADD-2016-01-
004

N/A 4/21/2025

16-055 Plastol Ultra 209 CADD-2018-01-042 F 11/28/2021

19-026 Visctrol CADD-2017-01-091 S Viscosity Modifier 1/28/2024

GCP Applied Technologies www.gcpat.com

03-046 ADVA 140M CADD-2017-01-034 A, F N/A 10/10/2024

07-015 ADVA 190 CADD-2018-01-013 F N/A 9/24/2023

15-029 ADVA 198 CADD-2018-01-017 F N/A 10/10/2024

09-024 ADVA 405 CADD-2017-01-024 F N/A 9/24/2023

19-076 ADVA Cast 535 CADD-2018-01-019 F High-range Water 
Reducing

N/A 11/19/2024

07-056 ADVA Cast 575 CADD-2018-01-014 F N/A 9/24/2023

15-031 ADVA CAST 585 CADD-2018-01-019 F N/A 9/24/2023

12-049 ADVA Cast 600 CADD-2017-01-037 F N/A 9/24/2023

07-025 ADVA Flex CADD-2015-01-036 F N/A 9/24/2023

10-046 AIRALON 3000 CADD-2015-01-103 AASHTO M 154 Air Entraining N/A 9/24/2023

17-029 Clarena MC2000 CADD-2016-01-041 CADD-2016-01-042 12/28/2022

09-025 Daraset 400 CADD-2017-01-053 C N/A 9/24/2023

09-000 Daratard 17 CADD-2019-01-029 D N/A 9/24/2023

10-000 Daravair 1000 CADD-2018-01-063 AASHTO M 154 Air Entraining N/A 9/24/2023

11-000 Daravair 1400 CADD-2018-01-066 AASHTO M 154 Air Entraining N/A 9/24/2023

12-000 Daravair AT60 CADD-2018-01-062 AASHTO M 154 Air Entraining N/A 9/24/2023

14-000 Darex II AEA CADD-2017-01-040 AASHTO M 154 Air Entraining N/A 9/24/2023
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15-000 DCI CADD-2018-01-098 ASTM C 1582 Chloride-Induced 
Corrosion 
Inhibitor

N/A 9/24/2023

16-000 DCI S CADD-2018-01-023 ASTM C 1582 Chloride-Induced 
Corrosion 
Inhibitor

N/A 9/24/2023

09-115 Eclipse 4500 CADD-2016-01-016 S Shrinkage 
Reducing

N/A 9/24/2023

08-061 EXP 950 CADD-2017-01-035 F N/A 9/24/2023

23-000 Force 10,000 Dry N/A AASHTO M 307 Silica Fume N/A 9/24/2023

08-050 MIRA 110 CADD-2017-01-048 A, F CADD-2017-01-
052

N/A 9/24/2023

13-008 MIRA 62 CADD-2017-01-025 A, F N/A 9/24/2023

15-030 MIRA 95 CADD-2018-01-016 F N/A 10/10/2024

33-000 PolarSet CADD-2017-01-051 C N/A 9/24/2023

35-000 Recover CADD-2018-01-093 D N/A 9/24/2023

09-093 Terapave AEA CADD-2015-01-104 AASHTO M 154 Air Entraining N/A 9/24/2023

03-075 V-MAR 3 CADD-2015-01-081 S Rheology Control N/A 9/24/2023

14-005 ZYLA 630 CADD-2017-01-022 A, D CADD-2015-01-
074

N/A 9/24/2023

19-075 ZYLA R CADD-2017-01-031 D Water Reducing N/A 11/19/2024

MAPEI Corp. www.mapei.com

20-049 Dynamon SX CADD-2016-01-086 A, F CADD-2016-01-
080

N/A 5/7/2025

20-105 Dynamon SX 37 CADD-2018-01-086 F High Range Water 
Reducing

N/A 8/6/2025

20-054 EVO 2500 CADD-2016-01-092 A, F CADD-2016-01-
091

N/A 5/7/2025
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20-051 KB 1200 CADD-2016-01-076 A, F CADD-2017-01-
075

N/A 5/7/2025

20-103 Melchem CADD-2017-01-071 F High Range Water 
Reducing

N/A 8/6/2025

20-058 Polychem 400 NC CADD-2016-01-007 A N/A 5/7/2025

20-047 Polychem 441 CADD-2016-001-068 A N/A 5/7/2025

20-059 Polychem 850 CADD-2016-01-084 A, F CADD-2016-01-
090

N/A 5/7/2025

20-052 Polychem CI CADD-2017-01-078 C Corrosion 
Inhibitor

N/A 5/7/2025

20-068 Polychem R CADD-2016-01-093 D N/A 5/7/2025

20-102 Polychem RENU CADD-2016-01-085 B,D Water Reducing N/A 8/6/2025

20-053 Polychem SPC CADD-2017-01-074 A, F Water Reducing N/A 5/7/2025

20-060 Polychem Super Set II CADD-2016-01-089 C N/A 5/7/2025

20-061 Polychem Super Set Plus CADD-2016-01-079 C N/A 5/7/2025

20-067 Polychem VR CADD-2018-01-112 AASHTO M 154 Air-Entraining N/A 5/7/2025

Premier Construction Products Grp (CPG) www.premiercpg.com

15-001 PREVent-C CADD-2014-01-096 S Shrinkage 
Reducing

11/1/2020

Fritz-Pak Corporation www.fritzpak.com

18-044 Air Plus 95660 CADD-2015-01-057 AASHTO M 154 Air-Entraining 9/12/2023

18-046 Delayed Set, Mini CADD-2015-01-058 D 9/12/2023

18-047 Delayed Set, Standard CADD-2015-01-058 D 9/12/2023

18-117 Fritz-Pak NCA CADD-2015-01-059 E 1/4/2023

18-114 Slick-Pak CADD-2015-01-062 S Viscosity Modifier 1/18/2024
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18-045 Super Air Plus 95664 CADD-2015-01-056 AASHTO M 154 Air-Entraining 9/12/2023

18-048 Supercizer 5 (95600) CADD-2015-01-060 F 9/12/2023

Hycrete www.hycrete.com

18-081 Hycrete X1002 CADD-2017-01-044 S Waterproofing-
Corrosion 
Inhibiting

9/16/2023

Sika Corporation www.usa.sika.com

04-057 Sika AEA-14 CADD-2016-01-001 AASHTO M 154 Air Entraining 7/24/2023

00-011 Sika AIR CADD-2016-01-105 AASHTO M 154 Air Entraining 7/24/2023

18-022 Sika Air 260 CADD-2016-01-106 AASHTO M 154 Air Entraining 3/30/2023

00-11 Sika CNI CADD-2015-01-111 C 7/24/2023

15-046 Sika Control ASR CADD-2019-01-097 S ASR Control 1/27/2021

16-030 Sika Control-75 CADD-2015-01-013 S Shrinkage 
Reducing

6/13/2021

04-066 Sika Intraplast-N N/A Grouting Aid N/A 7/24/2023

00-026 Sika Plastiment CADD-2019-01-070 D N/A 7/24/2023

18-014 Sika Plastocrete-250 CADD-2016-01-075 A, D CADD-2017-01-
002

N/A 3/30/2023

00-014 Sika Rapid-1 CADD-2015-01-083 C 7/24/2023

08-001 Sika Stabilizer 300 SCC CADD-2018-01-074 S Viscosity Modifier 7/24/2023

09-026 Sika Stabilizer-4 R CADD-2019-01-025 S Viscosity Modifier 7/24/2023

11-110 Sika ViscoCrete 1000 CADD-2016-01-108 A, F CADD-2015-01-
086

7/24/2023

04-059 Sika Viscocrete 2100 CADD-2019-01-133 A, F CADD-2019-01-
134

7/24/2023
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04-058 Sika Viscocrete 4100 CADD-2017-01-001 F 7/24/2023

03-021 Sika ViscoCrete 6100 CADD-2016-01-109 F 7/24/2023

16-025 Sika ViscoFlow-2020 CADD-2016-01-117 S Workability 
Retaining

6/13/2021

00-040 Sikacrete 950-DP N/A AASHTO M 307 Silica Fume 7/24/2023

11-015 Sikament 610 CADD-2019-01-072 F 7/24/2023

10-050 Sikament AFM CADD-2016-01-007 A, F CADD-2016-01-
008

7/24/2023

16-059 Sikament-475 CADD-2015-01-101 A, F CADD-2015-01-
102

11/14/2021

00-015 SikaSet NC CADD-2019-01-071 E 7/24/2023

12-067 SikaTard 440 CADD-2016-01-113 D 7/24/2023

18-011 ViscoFlow-2020 CADD-2016-01-117 A 3/30/2023

Eden Innovations LLC www.edencrete.com

20-025 EdenCrete CADD-2018-01-004 S N/A 5/7/2025

20-024 EdenCrete Pz CADD-2018-01-003 S N/A 5/7/2025

Cortec Corporation www.cortecvci.com

20-073 MCI-2005NS CADD-2017-01-065 Corrosion Inhibitor N/A 8/6/2025

See Product Acceptance Criteria for more information: CADD Product Acceptance Criteria and Information

For products tested through NTPEP, more information can be found in AASHTO's Datamine at: https://data.ntpep.org/Home/Index
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